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PORTLAND CEMENT CONCRETE PAVEMENT FOR ROADS AND SI TE FACI LI TI ES
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* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  Por t l and cement  concr et e pavi ng 
j obs such as r oads,  st r eet s,  s i dewal ks,  and par ki ng 
l ot s.

Adher e t o UFC 1- 300- 02 Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
pr esent .

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Cr i t er i a Change Request  ( CCR) .

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   The ext ent  and l ocat i on of  t he wor k t o be 
accompl i shed shoul d be i ndi cat ed on t he pr oj ect  
dr awi ngs,  or  i ncl uded i n t he pr oj ect  speci f i cat i ons.

Por t l and cement  pavement s f or  ai r f i el ds and speci al  
mi l i t ar y vehi c l es,  i dent i f i ed i n UFC 3- 201- 01 
( 2018) ,  par agr aph 4- 1,  Sur f ace and Unsur f aced Road 
And Si t e Pavement ,  ar e not  i ncl uded i n t hi s 
speci f i cat i on.   Speci f y ai r f i el d and speci al  
mi l i t ar y vehi c l e Por t l and cement  concr et e pavi ng 
usi ng Sect i on 32 13 14. 13 CONCRETE PAVI NG FOR 
AI RFI ELDS AND OTHER HEAVY DUTY PAVEMENTS.   Consul t  
agency Subj ect  Mat t er  Exper t  ( SME)  f or  appr opr i at e 
use of  t hi s gui de  speci f i cat i on.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
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PART 1   GENERAL

1. 1   UNI T PRI CES

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   I f  l ump sum payment  i s used,  del et e t he 
f ol l owi ng par agr aphs on Measur ement  and Payment .

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

1. 1. 1   Measur ement

The quant i t y of  concr et e t o be pai d f or  wi l l  be t he vol ume of  concr et e i n 
cubi c met er s yar ds i ncl udi ng monol i t hi c cur b,  wher e r equi r ed,  pl aced i n 
t he compl et ed and accept ed pavement .   Concr et e wi l l  be measur ed i n pl ace 
i n t he compl et ed and accept ed pavement  onl y wi t hi n t he neat  l i ne 
di mensi ons shown i n t he pl an and cr oss sect i on.   No deduct i ons wi l l  be 
made f or  r ounded edges or  t he space occupi ed by embedded i t ems or  voi ds.

1. 1. 2   Payment

Payment  wi l l  be made at  t he cont r act  pr i ce per  cubi c met er  yar d f or  t he 
schedul ed i t em.   Payment  wi l l  const i t ut e f ul l  compensat i on f or  f ur ni shi ng 
al l  mat er i al s,  equi pment ,  pl ant  and t ool s,  and f or  al l  l abor  and ot her  
i nci dent al s necessar y t o compl et e t he concr et e pavement .

1. 2   REFERENCES

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

The publ i cat i ons l i s t ed bel ow f or m a par t  of  t hi s speci f i cat i on t o t he 
ext ent  r ef er enced.   The publ i cat i ons ar e r ef er r ed t o wi t hi n t he t ext  by 
t he basi c desi gnat i on onl y.

AMERI CAN CONCRETE I NSTI TUTE ( ACI )

ACI  211. 1 ( 1991;  R 2009)  St andar d Pr act i ce f or  
Sel ect i ng Pr opor t i ons f or  Nor mal ,  
Heavywei ght  and Mass Concr et e
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ACI  305R ( 2020)  Gui de t o Hot  Weat her  Concr et i ng

ACI  306R ( 2016)  Gui de t o Col d Weat her  Concr et i ng

ASTM I NTERNATI ONAL ( ASTM)

ASTM A184/ A184M ( 2019)  St andar d Speci f i cat i on f or  Wel ded 
Def or med St eel  Bar  Mat s f or  Concr et e 
Rei nf or cement

ASTM A615/ A615M ( 2022)  St andar d Speci f i cat i on f or  Def or med 
and Pl ai n Car bon- St eel  Bar s f or  Concr et e 
Rei nf or cement

ASTM A775/ A775M ( 2022)  St andar d Speci f i cat i on f or  
Epoxy- Coat ed St eel  Rei nf or ci ng Bar s

ASTM A966/ A966M ( 2015;  R 2020)  St andar d Test  Met hod f or  
Magnet i c Par t i c l e Exami nat i on of  St eel  
For gi ngs Usi ng Al t er nat i ng Cur r ent

ASTM C31/ C31M ( 2023)  St andar d Pr act i ce f or  Maki ng and 
Cur i ng Concr et e Test  Speci mens i n t he Fi el d

ASTM C33/ C33M ( 2023)  St andar d Speci f i cat i on f or  Concr et e 
Aggr egat es

ASTM C42/ C42M ( 2020)  St andar d Test  Met hod f or  Obt ai ni ng 
and Test i ng Dr i l l ed Cor es and Sawed Beams 
of  Concr et e

ASTM C78/ C78M ( 2022)  St andar d Test  Met hod f or  Fl exur al  
St r engt h of  Concr et e ( Usi ng Si mpl e Beam 
wi t h Thi r d- Poi nt  Loadi ng)

ASTM C88 ( 2018)  St andar d Test  Met hod f or  Soundness 
of  Aggr egat es by Use of  Sodi um Sul f at e or  
Magnesi um Sul f at e

ASTM C94/ C94M ( 2023)  St andar d Speci f i cat i on f or  
Ready- Mi xed Concr et e

ASTM C143/ C143M ( 2020)  St andar d Test  Met hod f or  Sl ump of  
Hydr aul i c- Cement  Concr et e

ASTM C150/ C150M ( 2022)  St andar d Speci f i cat i on f or  Por t l and 
Cement

ASTM C171 ( 2020)  St andar d Speci f i cat i on f or  Sheet  
Mat er i al s f or  Cur i ng Concr et e

ASTM C172/ C172M ( 2017)  St andar d Pr act i ce f or  Sampl i ng 
Fr eshl y Mi xed Concr et e

ASTM C231/ C231M ( 2022)  St andar d Test  Met hod f or  Ai r  
Cont ent  of  Fr eshl y Mi xed Concr et e by t he 
Pr essur e Met hod

ASTM C260/ C260M ( 2010a;  R 2016)  St andar d Speci f i cat i on f or  
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Ai r - Ent r ai ni ng Admi xt ur es f or  Concr et e

ASTM C309 ( 2019)  St andar d Speci f i cat i on f or  Li qui d 
Membr ane- For mi ng Compounds f or  Cur i ng 
Concr et e

ASTM C494/ C494M ( 2019;  E 2022)  St andar d Speci f i cat i on f or  
Chemi cal  Admi xt ur es f or  Concr et e

ASTM C595/ C595M ( 2023)  St andar d Speci f i cat i on f or  Bl ended 
Hydr aul i c Cement s

ASTM C618 ( 2023;  E 2023)  St andar d Speci f i cat i on f or  
Coal  Fl y Ash and Raw or  Cal c i ned Nat ur al  
Pozzol an f or  Use i n Concr et e

ASTM C881/ C881M ( 2020a)  St andar d Speci f i cat i on f or  
Epoxy- Resi n- Base Bondi ng Syst ems f or  
Concr et e

ASTM C989/ C989M ( 2022)  St andar d Speci f i cat i on f or  Sl ag 
Cement  f or  Use i n Concr et e and Mor t ar s

ASTM C1017/ C1017M ( 2013;  E 2015)  St andar d Speci f i cat i on f or  
Chemi cal  Admi xt ur es f or  Use i n Pr oduci ng 
Fl owi ng Concr et e

ASTM C1077 ( 2017)  St andar d Pr act i ce f or  Agenci es 
Test i ng Concr et e and Concr et e Aggr egat es 
f or  Use i n Const r uct i on and Cr i t er i a f or  
Test i ng Agency Eval uat i on

ASTM C1240 ( 2020)  St andar d Speci f i cat i on f or  Si l i ca 
Fume Used i n Cement i t i ous Mi xt ur es

ASTM C1260 ( 2023)  St andar d Test  Met hod f or  Pot ent i al  
Al kal i  React i v i t y of  Aggr egat es 
( Mor t ar - Bar  Met hod)

ASTM C1542/ C1542M ( 2019)  St andar d Test  Met hod f or  Measur i ng 
Lengt h of  Concr et e Cor es

ASTM C1549 ( 2016;  R 2022)  St andar d Test  Met hod f or  
Det er mi nat i on of  Sol ar  Ref l ect ance Near  
Ambi ent  Temper at ur e Usi ng a Por t abl e Sol ar  
Ref l ect omet er

ASTM C1567 ( 2023)  St andar d Test  Met hod f or  Pot ent i al  
Al kal i - Si l i ca React i v i t y of  Combi nat i ons 
of  Cement i t i ous Mat er i al s and Aggr egat e 
( Accel er at ed Mor t ar - Bar  Met hod)

ASTM C1602/ C1602M ( 2022)  St andar d Speci f i cat i on f or  Mi xi ng 
Wat er  Used i n Pr oduct i on of  Hydr aul i c 
Cement  Concr et e

ASTM D1751 ( 2018)  St andar d Speci f i cat i on f or  
Pr ef or med Expansi on Joi nt  Fi l l er  f or  
Concr et e Pavi ng and St r uct ur al  

SECTI ON 32 13 13. 06  Page 7



Const r uct i on ( Nonext r udi ng and Resi l i ent  
Bi t umi nous Types)

ASTM D1752 ( 2018)  St andar d Speci f i cat i on f or  
Pr ef or med Sponge Rubber ,  Cor k and Recycl ed 
PVC Expansi on Joi nt  Fi l l er s f or  Concr et e 
Pavi ng and St r uct ur al  Const r uct i on

ASTM D2995 ( 1999;  R 2009)  Det er mi ni ng Appl i cat i on 
Rat e of  Bi t umi nous Di st r i but or s

ASTM D6155 ( 2019)  Nont r adi t i onal  Coar se Aggr egat e f or  
Bi t umi nous Pavi ng Mi xt ur es

ASTM E1274 ( 2018)  St andar d Test  Met hod f or  Measur i ng 
Pavement  Roughness Usi ng a Pr of i l ogr aph

NATI ONAL READY MI XED CONCRETE ASSOCI ATI ON ( NRMCA)

NRMCA QC 3 ( 2015)  Qual i t y Cont r ol  Manual :  Sect i on 3,  
Pl ant  Cer t i f i cat i ons Checkl i st :  
Cer t i f i cat i on of  Ready Mi xed Concr et e 
Pr oduct i on Faci l i t i es

1. 3   SUBMI TTALS

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Revi ew Submi t t al  Descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t ,  and cor r espondi ng submi t t al  
i t ems i n t he t ext ,  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .   The Gui de Speci f i cat i on 
t echni cal  edi t or s have cl assi f i ed t hose i t ems t hat  
r equi r e Gover nment  appr oval ,  due t o t hei r  compl exi t y 
or  cr i t i cal i t y,  wi t h a " G. "   Gener al l y,  ot her  
submi t t al  i t ems can be r evi ewed by t he Cont r act or ' s 
Qual i t y Cont r ol  Syst em.   Onl y add a " G"  t o an i t em 
i f  t he submi t t al  i s  suf f i c i ent l y i mpor t ant  or  
compl ex i n cont ext  of  t he pr oj ect .

For  Ar my pr oj ect s,  f i l l  i n t he empt y br acket s 
f ol l owi ng t he " G"  c l assi f i cat i on,  wi t h a code of  up 
t o t hr ee char act er s t o i ndi cat e t he appr ovi ng 
aut hor i t y.   Codes f or  Ar my pr oj ect s usi ng t he 
Resi dent  Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy 
and Ai r  For ce pr oj ect s.

The " S"  c l assi f i cat i on i ndi cat es submi t t al s r equi r ed 
as pr oof  of  compl i ance f or  sust ai nabi l i t y  Gui di ng 
Pr i nci pl es Val i dat i on or  Thi r d Par t y Cer t i f i cat i on 
and as descr i bed i n Sect i on 01 33 00 SUBMI TTAL 
PROCEDURES.

Choose t he f i r st  br acket ed i t em f or  Navy and Ai r  
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For ce pr oj ect s,  or  choose t he second br acket ed i t em 
f or  Ar my pr oj ect s.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Gover nment  appr oval  i s  r equi r ed f or  submi t t al s wi t h a " G"  or  " S"  
c l assi f i cat i on.   Submi t t al s not  havi ng a " G"  or  " S"  c l assi f i cat i on ar e 
[ f or  Cont r act or  Qual i t y Cont r ol  appr oval . ] [ f or  i nf or mat i on onl y.   When 
used,  a code f ol l owi ng t he " G"  c l assi f i cat i on i dent i f i es t he of f i ce t hat  
wi l l  r evi ew t he submi t t al  f or  t he Gover nment . ]   Submi t  t he f ol l owi ng i n 
accor dance wi t h Sect i on 01 33 00 SUBMI TTAL PROCEDURES:

SD- 03 Pr oduct  Dat a

Cur i ng Mat er i al s

Rei nf or cement

Epoxy Resi n

Cement i t i ous Mat er i al s;  G[ ,  [ _____] ]

[ Al bedo

] Dowel  Bar s

Expansi on Joi nt  Fi l l er

SD- 04 Sampl es

Test  Sect i on;  G[ ,  [ _____] ]

SD- 05 Desi gn Dat a

Mi x Desi gn Repor t ;  G[ ,  [ _____] ]

SD- 06 Test  Repor t s

Concr et e Sl ump Test s

Concr et e Uni f or mi t y

Fl exur al  St r engt h

Ai r  Cont ent

SD- 07 Cer t i f i cat es

Bat ch Ti cket s

NRMCA Cer t i f i cat e Of  Conf or mance

SD- 08 Manuf act ur er ' s I nst r uct i ons

Di amond Gr i ndi ng Pl an
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1. 4   QUALI TY CONTROL

1. 4. 1   NRMCA Cer t i f i cat e of  Conf or mance

Pr ovi de a bat chi ng and mi xi ng pl ant  consi st i ng of  a st at i onar y- t ype 
cent r al  mi x pl ant ,  i ncl udi ng per manent  i nst al l at i ons and por t abl e or  
r el ocat abl e pl ant s i nst al l ed on st abl e f oundat i ons.   Pr ovi de a pl ant  
desi gned and oper at ed t o pr oduce concr et e wi t hi n t he speci f i ed t ol er ances,  
wi t h a mi ni mum capaci t y of  200 cubi c met er s 250 cubi c yar ds [ _____]  per  
hour .   Submi t  NRMCA Cer t i f i cat e of  Conf or mance t hat  conf or ms t o t he 
r equi r ement s of  NRMCA QC 3 i ncl udi ng pr ovi s i ons addr essi ng:

1.   Mat er i al  St or age and Handl i ng

2.   Bat chi ng Equi pment

3.   Cent r al  Mi xer

4.   Ti cket i ng Syst em

5.   Del i ver y Syst em

1. 4. 2   Qual i f i cat i ons

1. 4. 2. 1   Labor at or y Accr edi t at i on

Per f or m sampl i ng and t est i ng usi ng an appr oved commer ci al  t est i ng 
l abor at or y or  on- si t e f aci l i t i es t hat  ar e accr edi t ed i n accor dance wi t h 
ASTM C1077.   Do not  st ar t  wor k r equi r i ng t est i ng  unt i l  t he f aci l i t i es 
have been i nspect ed and appr oved.   The Gover nment  wi l l  i nspect  al l  
l abor at or i es r equi r i ng val i dat i on f or  equi pment  and t est  pr ocedur es pr i or  
t o t he st ar t  of  any concr et i ng oper at i ons f or  conf or mance t o ASTM C1077.   
Schedul e and pr ovi de payment  f or  l abor at or y i nspect i ons.   Addi t i onal  
payment  or  a t i me ext ensi on due t o f ai l ur e t o acqui r e t he r equi r ed 
l abor at or y val i dat i on i s not  al l owed.   Mai nt ai n t hi s cer t i f i cat i on f or  t he 
dur at i on of  t he pr oj ect .

1. 4. 2. 2   Fi el d Techni c i ans

Pr ovi de f i el d t echni c i ans meet i ng one of  t he f ol l owi ng cr i t er i a:

a.   Have at  l east  one Nat i onal  Ready Mi xed Concr et e Associ at i on ( NRMCA)  
cer t i f i ed concr et e cr af t sman and at  l east  one Amer i can Concr et e 
I nst i t ut e ( ACI )  Fl at wor k Fi ni sher  Cer t i f i ed cr af t sman on si t e,  
over seei ng each pl acement  cr ew dur i ng al l  concr et e pl acement .

b.   Have no l ess t han t hr ee NRMCA cer t i f i ed concr et e i nst al l er s and at  
l east  t wo Amer i can Concr et e I nst i t ut e ( ACI )  Fl at wor k Fi ni sher  
Cer t i f i ed i nst al l er s on si t e wor ki ng as member s of  each pl acement  cr ew 
dur i ng al l  concr et e pl acement .

1. 4. 3   Bat ch Ti cket s

Submi t  bat ch t i cket s f or  each l oad of  r eady- mi xed concr et e i n accor dance 
wi t h ASTM C94/ C94M.

1. 5   DELI VERY,  STORAGE,  AND HANDLI NG

Del i ver  concr et e pavi ng i n accor dance wi t h ASTM C94/ C94M.
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1. 6   ACCEPTANCE

1. 6. 1   Tol er ances

Accept ance of  Por t l and cement  concr et e pavement  i s based on compl i ance 
wi t h t he t ol er ances pr esent ed i n Tabl e 1.   Remove and r epl ace concr et e 
pavement  r epr esent ed by t he f ai l i ng t est s or  submi t  r epai r  pl an f or  
appr oval .

Tabl e 1

Measur ement Tol er ance

PLASTI C CONCRETE

Sl ump pl us 0,  mi nus  37. 5 mm 1. 5 i nches

Ai r  Cont ent pl us/ mi nus 1. 5 per cent

Fl exur al  St r engt h No i ndi vi dual  speci men l ess t han  0. 69 MPa 100 psi  bel ow speci f i ed 
st r engt h.

HARDENED CONCRETE

Gr ade pl us/ mi nus  15 mm 0. 05 f eet  f r om pl an

Smoot hness No abr upt  change exceedi ng 3 mm 1/ 8 i nch

  St r ai ght edge Not  mor e t han 3 mm 1/ 8 i n f or  r oads.
Not  mor e t han 6 mm 1/ 4 i n f or  open st or age ar eas.

  Pr of i l ogr aph Not  mor e t han 140 mm/ km 9 i nches/ mi l e

Thi ckness [ mi nus 19 mm 3/ 4 i nch f or  pavement  equal  t o/ gr eat er  t han  200 mm 8 
i nches  t hi ck]  [ mi nus 12. 5 mm 1/ 2 i nch f or  pavement  l ess t han  200 mm 
8 i nches t hi ck. ]

Edge Sl ump 85 per cent  l ess t han 6 mm 1/ 4 i nch and 100 per cent  l ess t han 9 mm 3/ 8 
i nch.

1. 6. 2   Test  Sect i on

Const r uct  a mi ni mum [ _____]  37 squar e met er s 400 squar e f eet  t est  sect i on 
t o demonst r at e t ypi cal  j oi nt s,  sur f ace f i ni sh,  t ext ur e,  col or ,  t hi ckness,  
and st andar d of  wor kmanshi p usi ng t he mi xt ur e pr opor t i ons,  mat er i al s,  and 
equi pment  as pr oposed f or  t he pr oj ect .   Test  i n accor dance wi t h 
r equi r ement s i n FI ELD QUALI TY CONTROL.

When a t est  sect i on does not  meet  one or  mor e of  t he t ol er ances i n Tabl e 
1,  r emove and r econst r uct  t he t est  sect i on.   I f  t he t est  sect i on i s 
accept abl e,  i t  may be i ncor por at ed i nt o t he pr oj ect .
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PART 2   PRODUCTS

2. 1   MATERI ALS

2. 1. 1   Cement i t i ous Mat er i al s

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Coal  f l y  ash,  s l ag,  and si l i ca f umes ar e EPA 
desi gnat ed r ecover ed pr oduct s t o be i ngr edi ent s i n 
concr et e and cement .   Use mat er i al s wi t h r ecycl ed 
cont ent  wher e appr opr i at e f or  use.   The f ol l owi ng 
sect i on al l ows a per cent age r ange of  suppl ement ar y 
cement i t i ous mat er i al s( SCM) .   Consul t  agency SME f or  
gui dance on choi ce.

Sel ect  sent ence i n br acket s t o speci f y SCM cont ent .
* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

[ Pr ovi de cement i t i ous mat er i al s i n concr et e mi x wi t h 20 t o 50 per cent  
non- por t l and cement  pozzol ani c mat er i al s [ or  s l ag ] by wei ght .

] 2. 1. 1. 1   Por t l and Cement

Conf or mi ng t o ASTM C150/ C150M,  Type I  or  I I  [ I I I ,  f or  hi gh ear l y concr et e]  
[ or  V]  [ l ow al kal i ] .

2. 1. 1. 2   Bl ended Cement

Pr ovi de bl ended cement  conf or mi ng t o ASTM C595/ C595M,  Type I P or  I S,  
i ncl udi ng t he opt i onal  r equi r ement  f or  mor t ar  expansi on [ and sul f at e 
soundness] .   Pr ovi de pozzol an added t o t he Type I P bl end consi st i ng of  
ASTM C618 Cl ass F or  Cl ass N and t hat  i s i nt er gr ound wi t h t he cement  
c l i nker .   I ncl ude i n wr i t t en st at ement  f r om t he  manuf act ur er  t hat  t he 
amount  of  pozzol an i n t he f i ni shed cement  does not  var y mor e t han pl us or  
mi nus 5 mass per cent  of  t he f i ni shed cement  f r om l ot  t o l ot  or  wi t hi n a 
l ot .   The per cent age and t ype of  mi ner al  admi xt ur e used i n t he bl end ar e 
not  al l owed t o change f r om t hat  submi t t ed f or  t he aggr egat e eval uat i on and 
mi xt ur e pr opor t i oni ng.   The r equi r ement s of  par agr aph Suppl ement ar y 
Cement i t i ous Mat er i al s ( SCM)  Cont ent  do not  appl y t o t he SCM cont ent  of  
bl ended cement .

2. 1. 1. 3   Fl y Ash and Pozzol an

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Use l oss on i gni t i on not  exceedi ng 3 per cent  
f or  f r ost  ar eas t o r educe car bon i nt er f er ence wi t h 
ai r  ent r ai ni ng admi xt ur e.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Conf or mi ng t o ASTM C618,  Type F,  or  N,  wi t h a l oss on i gni t i on not  
exceedi ng [ 3]  [ 6]  per cent .   I ncl ude t est  r esul t s i n accor dance wi t h 
ASTM C618.

2. 1. 1. 4   Ul t r a Fi ne Fl y Ash and Ul t r a Fi ne Pozzol an

Ul t r a Fi ne Fl y Ash ( UFFA)  and Ul t r a Fi ne Pozzol an ( UFP)  conf or mi ng t o 
ASTM C618,  Cl ass F or  N,  and t he f ol l owi ng addi t i onal  r equi r ement s:

a.   The st r engt h act i v i t y i ndex at  28 days of  age at  l east  95 per cent  of  
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t he cont r ol  speci mens.

b.   The aver age par t i c l e s i ze not  exceedi ng 6 mi cr ons.

c.   Loss on i gni t i on not  exceedi ng [ 3]  [ 6]  per cent .

2. 1. 1. 5   Si l i ca Fume

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Si l i ca Fume i s onl y used f or  OCONUS pr oj ect s 
wher e Cl ass F f l y  ash and sl ag cement  ar e not  
avai l abl e,  and when appr oved by t he TSMCX,  AFCEC 
pavement  SME,  or  NAVFAC.   Del et e t hi s par agr aph her e 
and wher e encount er ed t hr oughout  t he r emai nder  of  
t hi s sect i on.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Pr ovi de si l i ca f ume t hat  conf or ms t o ASTM C1240,  i ncl udi ng t he opt i onal  
l i mi t s on r eact i v i t y wi t h cement  al kal i s.   Pr ovi de si l i ca f ume as a dr y,  
densi f i ed mat er i al  or  as a s l ur r y.   Pr ovi de t he ser vi ces of  a 
manuf act ur er ' s t echni cal  r epr esent at i ve,  exper i enced i n mi xi ng,  
pr opor t i oni ng,  pl acement  pr ocedur es,  and cur i ng of  concr et e cont ai ni ng 
si l i ca f ume,  at  no expense t o t he Gover nment .   Thi s r epr esent at i ve i s 
r equi r ed t o be pr esent  on t he pr oj ect  pr i or  t o and dur i ng at  l east  t he 
f i r st  4 days of  concr et e pr oduct i on and pl acement  usi ng si l i ca f ume.

2. 1. 1. 6   Sl ag

Conf or mi ng t o ASTM C989/ C989M,  Sl ag Cement  ( f or mer l y Gr ound Gr anul at ed 
Bl ast  Fur nace Sl ag)  Gr ade 100 or  120.   I ncl ude t est  r esul t s i n accor dance 
wi t h ASTM C989/ C989M.

2. 1. 1. 7   Suppl ement ar y Cement i t i ous Mat er i al s ( SCM)  Cont ent

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Sel ect  f i r st  sent ence i n br acket s f or  
mandat or y use of  SCMs.   Sel ect  second sent ence i n 
br acket s f or  opt i onal  use of  SCMs.   Consul t  agency 
SME f or  gui dance on choi ce.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

[ I ncl ude one of  t he SCMs l i st ed i n Tabl e 2 wi t hi n t he r ange speci f i ed 
t her ei n,  whet her  or  not  t he aggr egat es ar e f ound t o be r eact i ve i n 
accor dance wi t h t he par agr aph Al kal i  React i v i t y Test . ]  [ Use of  one of  t he 
SCMs l i st ed bel ow i s opt i onal ,  unl ess t he SCM i s r equi r ed t o mi t i gat e 
ASR.   The use of  SCMs i s encour aged i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REQUI REMENTS AND REPORTI NG. ]

TABLE 2
SUPPLEMENTARY CEMENTI TI OUS MATERI ALS CONTENT

Suppl ement ar y Cement i t i ous Mat er i al Mi ni mum Cont ent
( per cent )

Maxi mum Cont ent
( per cent )

Cl ass N Pozzol an and Cl ass F Fl y Ash
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TABLE 2
SUPPLEMENTARY CEMENTI TI OUS MATERI ALS CONTENT

Suppl ement ar y Cement i t i ous Mat er i al Mi ni mum Cont ent
( per cent )

Maxi mum Cont ent
( per cent )

Si O2 + Al 2O3 + Fe2O3 gr eat er  t han 70 per cent 25 35

Si O2 + A12O3 + Fe2O3 gr eat er  t han 80 per cent 20 35

Si O2 + A12O3 + Fe2O3 gr eat er  t han 90 per cent 15 35

UFFA and UFP 7 16

GGBF Sl ag 40 50

[ Si l i ca Fume] [ 7] [ 10]

2. 1. 2   Wat er

Wat er  conf or mi ng t o ASTM C1602/ C1602M.

2. 1. 3   Aggr egat e

2. 1. 3. 1   Dur abi l i t y

Eval uat e and t est  al l  f i ne and coar se aggr egat es t o be used i n al l  
concr et e f or  dur abi l i t y  i n accor dance wi t h ASTM C88.   Pr ovi de f i ne and 
coar se aggr egat es wi t h a maxi mum of  18 per cent  l oss when subj ect ed t o 5 
cycl es usi ng Magnesi um Sul f at e or  a maxi mum of  12 per cent  l oss when 
subj ect ed t o 5 cycl es of  Sodi um Sul f at e.

2. 1. 3. 2   Al kal i  React i v i t y Test

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Document at i on of  al kal i  r eact i v i t y t est i ng i s 
r equi r ed f or  al l  aggr egat e sour ces.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Eval uat e and t est  f i ne and coar se aggr egat es t o be used i n al l  concr et e 
f or  al kal i - aggr egat e r eact i v i t y.   Test  al l  s i ze gr oups and sour ces 
pr oposed f or  use.

a.   Eval uat e t he f i ne and coar se aggr egat es separ at el y,  usi ng ASTM C1260.   
Rej ect  i ndi v i dual  aggr egat es wi t h t est  r esul t s t hat  i ndi cat e an 
expansi on of  gr eat er  t han 0. 08 per cent  af t er  28 days of  i mmer si on i n 
1N NaOH sol ut i on,  or  per f or m addi t i onal  t est i ng as f ol l ows:  ut i l i ze 
t he pr oposed l ow al kal i  por t l and cement ,  bl ended cement ,  or  SCM i n 
combi nat i on wi t h each i ndi v i dual  aggr egat e.   Test  i n accor dance wi t h 
ASTM C1567.   Det er mi ne t he quant i t y t hat  meet s al l  t he r equi r ement s of  
t hese speci f i cat i ons and t hat  l ower s t he expansi on equal  t o or  l ess 
t han 0. 08 per cent  af t er  28 days of  i mmer si on i n a 1N NaOH sol ut i on.   
Base t he mi xt ur e pr opor t i oni ng on t he hi ghest  per cent age of  SCM 
r equi r ed t o mi t i gat e ASR- r eact i v i t y.

b.   I f  any of  t he above opt i ons does not  l ower  t he expansi on t o l ess t han 
0. 08 per cent  af t er  28 days of  i mmer si on i n a 1N NaOH sol ut i on,  r ej ect  
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t he aggr egat e( s)  and submi t  new aggr egat e sour ces f or  r et est i ng.   
Submi t  t he r esul t s of  t est i ng f or  eval uat i on and accept ance.

2. 1. 3. 3   Fi ne Aggr egat es

Conf or mi ng t o t he qual i t y and gr adat i on of  ASTM C33/ C33M.

2. 1. 3. 4   Coar se Aggr egat es

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Use mat er i al s wi t h r ecycl ed cont ent  wher e 
appr opr i at e f or  use.   Ver i f y sui t abi l i t y ,  
avai l abi l i t y  wi t hi n t he r egi on,  cost  ef f ect i veness 
and adequat e compet i t i on ( i ncl udi ng ver i f i cat i on of  
br acket ed per cent ages i ncl uded i n t hi s gui de 
speci f i cat i on)  bef or e speci f y i ng pr oduct  r ecycl ed 
cont ent  r equi r ement s.

Sel ect  sent ence i n br acket s f or  mandat or y use of  
r ecycl ed mat er i al s.   Consul t  agency SME f or  gui dance.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Coar se aggr egat e consi st i ng of  cr ushed or  uncr ushed gr avel ,  cr ushed st one,  
or  a combi nat i on t her eof . [   Pr ovi de coar se aggr egat e wi t h a mi ni mum of  
[ 25] [ _____]  per cent  r ecycl ed por cel ai n,  concr et e,  st one,  or  ot her  r ecycl ed 
mat er i al  compl yi ng wi t h ASTM D6155. ]   Pr ovi de aggr egat es,  as del i ver ed t o 
t he mi xer s,  consi st i ng of  c l ean,  har d,  uncoat ed par t i c l es.   Wash coar se 
aggr egat e suf f i c i ent  t o r emove dust  and ot her  coat i ngs.   Pr ovi de f i ne 
aggr egat e consi st i ng of  nat ur al  sand,  manuf act ur ed sand,  or  a combi nat i on 
of  t he t wo,  and composed of  c l ean,  har d,  dur abl e par t i c l es.  Pr ovi de bot h 
coar se and f i ne aggr egat es meet i ng t he r equi r ement s of  ASTM C33/ C33M.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Fi l l  i n t he bl ank accor di ng t o t he s i ze 
aggr egat e avai l abl e i n t he pr oj ect  ar ea,  and t he 
t ype of  pavi ng.   Use nomi nal  maxi mum aggr egat e s i ze 
of  37. 5 mm 1- 1/ 2 i nch.   Subj ect  t o appr oval  of  t he 
agency pavement  SME,  a 25 mm 1- i nch nomi nal  maxi mum 
aggr egat e s i ze may be used t o avoi d dur abi l i t y  
pr obl ems associ at ed wi t h some l ar ger  s i ze aggr egat e.

Sel ect  c l ass 4M f or  ext er i or  concr et e exposed t o 
f r equent  wet t i ng i n moder at e weat her i ng r egi ons.   
Sel ect  c l ass 4S f or  ext er i or  concr et e exposed t o 
f r equent  wet t i ng i n sever e weat her i ng r egi ons.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

a.   Gr adat i on:  Pr ovi de coar se aggr egat e wi t h a nomi nal  maxi mum si ze of  
[ 37. 5]  [ _____]  mm [ 1. 5]  [ _____]  i nches.   Gr ade and pr ovi de t he 
i ndi v i dual  aggr egat es i n t wo or  mor e si ze gr oups meet i ng t he 
i ndi v i dual  gr adi ng r equi r ement s of  ASTM C33/ C33M,  Si ze No.  4 ( 37 mm t o 
19 mm1. 5 t o 0. 75 i nch)  and Si ze No.  67 ( 19 mm t o No.  40. 75 i nch t o No.  
4) .  

b.   Qual i t y:  Conf or mi ng t o ASTM C33/ C33M,  Cl ass [ 4M]  [ 4S] .
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2. 1. 4   Chemi cal  Admi xt ur es

2. 1. 4. 1   Wat er  Reduci ng Admi xt ur es

Pr ovi de admi xt ur e conf or mi ng t o ASTM C494/ C494M:  Type A,  wat er  r educi ng;  
Type B,  r et ar di ng;  Type C,  accel er at i ng;  Type D,  wat er - r educi ng and 
r et ar di ng;  and Type E,  wat er - r educi ng and accel er at i ng admi xt ur e.   Do not  
use cal c i um chl or i de admi xt ur es.   ASTM C494/ C494M Type S speci f i c  
per f or mance admi xt ur es and ASTM C1017/ C1017M f l owabl e admi xt ur es ar e not  
al l owed.

2. 1. 4. 2   Ai r  Ent r ai ni ng Admi xt ur e

Conf or mi ng t o ASTM C260/ C260M:  Ai r - ent r ai ni ng.

2. 1. 4. 3   Hi gh Range Wat er  Reduci ng Admi xt ur e

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Hi gh Range Wat er  Reduci ng Admi xt ur es ar e 
per mi t t ed onl y f or  OCONUS pr oj ect s when usi ng Si l i ca 
Fume.   Ret ai n f i r st  br acket ed sent ence f or  CONUS 
pr oj ect s.   Ret ai n t he second par agr aph f or  OCONUS 
pr oj ect s.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

[ ASTM C494/ C494M Type F and G hi gh r ange wat er  r educi ng admi xt ur es ar e not  
al l owed. ]  [ Pr ovi de a hi gh- r ange wat er - r educi ng admi xt ur e t hat  meet s t he 
r equi r ement s of  ASTM C494/ C494M,  Type F or  G,  t hat  i s  f r ee f r om chl or i des,  
al kal i s,  and i s of  t he synt hesi zed,  sul f onat ed compl ex pol ymer  t ype.   Add 
t he HRWRA t o t he concr et e as a s i ngl e component  at  t he bat ch pl ant .   Add 
t he admi xt ur e t o t he concr et e mi xt ur e onl y when i t s use i s appr oved or  
di r ect ed,  and onl y when i t  has been used i n mi xt ur e pr opor t i oni ng st udi es 
t o ar r i ve at  appr oved mi xt ur e pr opor t i ons.   Submi t  cer t i f i ed copi es of  t he 
i ndependent  l abor at or y t est  r esul t s r equi r ed f or  compl i ance wi t h 
ASTM C494/ C494M. ]

2. 1. 5   Rei nf or cement

2. 1. 5. 1   Dowel  Bar s

Dowel  bar s conf or mi ng t o ASTM A615/ A615M,  [ Gr ade 300]  [ Gr ade 420]  [ Gr ade 
40]  [ Gr ade 60]  f or  pl ai n bi l l et - st eel  bar s of  t he s i ze and l engt h 
i ndi cat ed.   Remove al l  bur r s and pr oj ect i ons f r om t he bar s. [   Epoxy coat  
i n accor dance wi t h ASTM A775/ A775M. ]

2. 1. 5. 2   Ti e Bar s

Bi l l et  or  axl e st eel  def or med bar s conf or mi ng t o ASTM A615/ A615M or  
ASTM A966/ A966M [ Gr ade 300]  [ Gr ade 420]  [ Gr ade 40]  [ Gr ade 60] . [   Epoxy 
coat  i n accor dance wi t h ASTM A775/ A775M. ]

[ 2. 1. 5. 3   Rei nf or cement

Def or med st eel  bar  mat s conf or mi ng t o ASTM A184/ A184M.   Bar  r ei nf or cement  
conf or mi ng t o [ ASTM A615/ A615M]  [ ASTM A966/ A966M] ,  [ Gr ade 300]  [ Gr ade 420]  
[ Gr ade 40]  [ Gr ade 60] . [   Epoxy coat  i n accor dance wi t h ASTM A775/ A775M. ]
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] 2. 1. 6   Cur i ng Mat er i al s

Pr ovi de cur i ng mat er i al s consi st i ng of :

2. 1. 6. 1   Whi t e- Bur l ap- Pol yet hyl ene Sheet

Conf or mi ng t o ASTM C171,  0. 10 mm 0. 004 i nch t hi ck whi t e opaque 
pol yet hyl ene bonded t o 0. 31 kg per  met er  10 oz/ l i near  yar d ( 1. 0 met er )  ( 40 
i nch)  wi de bur l ap.

2. 1. 6. 2   Li qui d Membr ane- For mi ng Compound

Conf or mi ng t o ASTM C309,  whi t e pi gment ed,  Type 2,  Cl ass B,  f r ee of  
par af f i n or  pet r ol eum.

2. 1. 6. 3   Li qui d Chemi cal  Seal er - Har dener  Compound

Compound consi st i ng of  magnesi um f l uosi l i cat e whi ch when mi xed wi t h wat er  
seal s and har dens t he sur f ace of  t he concr et e.   Do not  use on ext er i or  
s l abs exposed t o f r eezi ng condi t i ons.

2. 1. 7   Joi nt  Fi l l er s and Seal ant s

Pr ovi de as speci f i ed i n Sect i on [ 32 01 19. 61 SEALI NG OF JOI NTS I N RI GI D 
PAVEMENT] [ 32 13 73. 19 COMPRESSI ON CONCRETE PAVI NG JOI NT SEALANT] . [   Mat ch 
new j oi nt s wi t h exi st i ng al i gnment . ]

2. 1. 8   Bi odegr adabl e For m Rel ease Agent

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Concr et e r el ease f l ui ds ar e r ecogni zed as a 
bi obased mat er i al .   Use mat er i al s wi t h bi obased 
cont ent  wher e sui t abl e f or  appl i cat i on and cost  
ef f ect i ve.   Ver i f y sui t abi l i t y ,  avai l abi l i t y  wi t hi n 
t he r egi on,  cost  ef f ect i veness,  and adequat e 
compet i t i on bef or e speci f y i ng pr oduct  bi obased 
cont ent  r equi r ement s.   A r esour ce t hat  can be used 
t o i dent i f y pr oduct s wi t h bi o- based cont ent  i s t he 
" Cat al og"  t ab wi t hi n t he USDA' s " Bi opr ef er r ed"  
websi t e at   
ht t ps: / / www. bi opr ef er r ed. gov/ Bi oPr ef er r ed/ .   Ot her  
pr oduct s wi t h bi obased cont ent  ar e al so accept abl e 
when meet i ng al l  r equi r ement s of  t hi s speci f i cat i on.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Pr ovi de f or m r el ease agent  t hat  i s  col or l ess and bi odegr adabl e.   Pr ovi de 
pr oduct  t hat  does not  bond wi t h,  st ai n,  or  adver sel y af f ect  concr et e 
sur f aces and does not  i mpai r  subsequent  t r eat ment s of  concr et e sur f aces.  
Pr ovi de f or m r el ease agent  wi t h a mi ni mum of  87 per cent  bi obased mat er i al  
and does not  cont ai n di esel  f uel ,  pet r ol eum- based l ubr i cat i ng oi l s,  waxes,  
or  ker osene.

2. 1. 9   Epoxy Resi n

Pr ovi de epoxy- r esi n mat er i al s t hat  consi st  of  t wo- component  mat er i al s 
conf or mi ng t o t he r equi r ement s of  ASTM C881/ C881M,  Cl ass as appr opr i at e 
f or  each appl i cat i on t emper at ur e t o be encount er ed,  except  t hat  i n 
addi t i on,  t he mat er i al s meet  t he f ol l owi ng r equi r ement s:
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a.   Type I V,  Gr ade 3,  f or  use f or  embeddi ng dowel s and anchor  bol t s.

b.   Type I I I ,  Gr ade as appr oved,  f or  use as pat chi ng mat er i al s f or  
compl et e f i l l i ng of  spal l s and ot her  voi ds and f or  use i n pr epar i ng 
epoxy r esi n mor t ar .

c.   Type I V,  Gr ade 1,  f or  use f or  i nj ect i ng cr acks.

d.   Type V,  Gr ade as appr oved,  f or  bondi ng f r eshl y mi xed por t l and cement  
concr et e or  mor t ar  or  f r eshl y mi xed epoxy r esi n concr et e or  mor t ar  t o 
har dened concr et e.

2. 1. 10   Joi nt  Mat er i al s

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Edi t  as appr opr i at e f or  pr oj ect  
r equi r ement s.   Coor di nat e wi t h Sect i on 32 01 19. 61 
SEALI NG OF JOI NTS I N RI GI D PAVEMENT f or  Ar my 
pr oj ect s and Sect i on 32 13 73. 19 COMPRESSI ON 
CONCRETE PAVI NG JOI NT SEALANT f or  al l  ot her  pr oj ect s.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

2. 1. 10. 1   Expansi on Joi nt  Mat er i al s

Pr ovi de pr ef or med expansi on j oi nt  f i l l er  mat er i al  conf or mi ng t o [ ASTM D1751
] [  or  ] [ ASTM D1752 Type [ I I ]  [ I I I ] ] .   Pr ovi de expansi on j oi nt  f i l l er  t hat  
i s  19 mm 3/ 4 i nch t hi ck,  unl ess ot her wi se i ndi cat ed,  and pr ovi ded i n a 
s i ngl e f ul l  dept h pi ece.

2. 1. 10. 2   Sl i p Joi nt  Mat er i al

Pr ovi de sl i p j oi nt  mat er i al  t hat  i s  6 mm 1/ 4 i nch t hi ck expansi on j oi nt  
f i l l er ,  unl ess ot her wi se i ndi cat ed,  conf or mi ng t o par agr aph EXPANSI ON 
JOI NT MATERI AL.

2. 2   MI X DESI GN

Pr opor t i on concr et e mi x i n accor dance wi t h ACI  211. 1 except  as modi f i ed 
her ei n.

2. 2. 1   Speci f i ed Concr et e Pr oper t i es

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Thi s speci f i cat i on i s based on a f l exur al  
st r engt h basi s.  Speci f y t he desi gn st r engt h based on 
l ocal  or  st at e DOT exper i ence i n t he ar ea.   For  
smal l  j obs 75 cubi c met er s or  l ess 100 cubi c yar ds 
or  l ess,  compr essi ve st r engt h may be used.   I n t hat  
case modi f y t hese par agr aphs t o r ef l ect  a 
compr essi ve st r engt h basi s.

NOTE:   Al l owabl e Ai r  Cont ent :   Sel ect  5. 5 per cent  
ai r  cont ent  f or  maxi mum aggr egat e s i ze of  37. 5 mm 1 
1/ 2 i nches,  and 6 per cent  ai r  cont ent  f or  maxi mum 
aggr egat e s i ze of  25 mm one i nch.   Maxi mum 
wat er - cement i t i ous mat er i al  r at i o shoul d be 0. 45 f or  
exposur e t o moi st ur e and f r eeze- t haw cycl i ng or  0. 40 
f or  r ei nf or cement  cor r osi on pr ot ect i on and exposur e 
t o dei c i ng sal t s.
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* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

2. 2. 1. 1   Fl exur al  St r engt h

Pr ovi de concr et e wi t h a mi ni mum f l exur al  st r engt h of  [ 4. 48] [ _____] MPa 
[ 650] [ _____]  psi  at  28 days of  age.

2. 2. 1. 2   Ai r  Ent r ai nment

Pr ovi de an ent r ai ned ai r  cont ent  of  [ 5. 5]  [ 6. 0]  per cent .

2. 2. 1. 3   Sl ump

[ For  f i xed f or m and hand pl acement ,  pr ovi de a maxi mum sl ump of  75 mm 3 
i nches. ]  [ For  s l i pf or med pavement ,  at  t he st ar t  of  t he pr oj ect ,  sel ect  a 
maxi mum al l owabl e s l ump whi ch wi l l  pr oduce i n- pl ace pavement  meet i ng t he 
speci f i ed t ol er ances f or  cont r ol  of  edge sl ump.   The sel ect ed sl ump i s 
appl i cabl e t o bot h pi l ot  and f i l l - i n l anes. ]

2. 2. 1. 4   Wat er / Cement i t i ous Mat er i al s Rat i o

Maxi mum al l owabl e wat er - cement i t i ous mat er i al  r at i o i s [ 0. 40]  [ 0. 45] .   The 
wat er - cement i t i ous mat er i al  r at i o i s based on absol ut e vol ume equi val ency,  
wher e t he r at i o i s det er mi ned usi ng t he wei ght  of  cement  f or  a cement  onl y 
mi x,  or  usi ng t he t ot al  vol ume of  cement  pl us pozzol an conver t ed t o an 
equi val ent  wei ght  of  cement  by t he absol ut e vol ume equi val ency met hod 
descr i bed i n ACI  211. 1.

2. 2. 1. 5   Al bedo

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   The ur ban heat  i s l and ef f ect  f or ms as 
veget at i on i s r epl aced by l ow r ef l ect i v i t y mat er i al s 
such as dar k col or ed pavi ng.   These sur f aces absor b,  
r at her  t han r ef l ect ,  t he sun' s heat ,  causi ng sur f ace 
t emper at ur es and ur ban ambi ent  t emper at ur es t o be 1 
t o 6 degr ees C 2 t o 10 degr ees F hot t er  t han 
sur r oundi ng r ur al  ar eas.

Mi t i gat i on of  heat  i s l and ef f ect  i s  not  r equi r ed by 
UFC 1- 200- 02 but  may be desi r ed f or  sust ai nabi l i t y  
r easons.   The al bedo r equi r ement s bel ow f or  r oads 
and par ki ng l ot  pavi ng ar e most  benef i c i al  i n ASHRAE 
cl i mat e zones 1 t hr ough 5.   Ret ai n t he f ol l owi ng 
sect i on when needed t o meet  pr oj ect  r equi r ement s.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

[ Pr ovi de an Al bedo wi t h a mi ni mum i ni t i al  Sol ar  Ref l ect ance of  at  l east  
0. 33 as t est ed i n accor dance wi t h ASTM C1549.

] 2. 2. 2   Mi x Desi gn Repor t

Per f or m t r i al  desi gn bat ches,  mi xt ur e pr opor t i oni ng st udi es,  t est i ng,  and 
i ncl ude t est  r esul t s demonst r at i ng t hat  t he pr oposed mi xt ur e pr opor t i ons 
pr oduce concr et e of  t he qual i t i es i ndi cat ed.   An exi st i ng mi x desi gn may 
be submi t t ed i f  devel oped wi t hi n t he pr evi ous 12 mont hs.   Submi t  t est  
r esul t s i n a mi x desi gn r epor t  t o i ncl ude:

a.   Coar se and f i ne aggr egat e gr adat i ons and pl ot s.
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b.   Coar se and f i ne aggr egat e qual i t y t est  r esul t s,  i ncl ude del et er i ous 
mat er i al s and ASR t est i ng.

c.   Mi l l  cer t i f i cat es f or  cement  and suppl ement al  cement i t i ous mat er i al s.

d.   Cer t i f i ed t est  r esul t s f or  al l  pr oposed admi xt ur es.

e.   Speci f i ed f l exur al  st r engt h,  s l ump,  and ai r  cont ent .

f .   Recommended pr opor t i ons and vol umes f or  pr oposed mi xt ur e and each of  
t hr ee t r i al  wat er - cement i t i ous mat er i al s r at i os.

g.   I ndi v i dual  beam br eaks.

h.   Fl exur al  st r engt h summar i es and pl ot s.

i .   Hi st or i cal  r ecor d of  t est  r esul t s,  document i ng pr oduct i on st andar d 
devi at i on ( i f  avai l abl e) .

j .   Nar r at i ve di scussi ng met hodol ogy on how t he mi x desi gn was devel oped.

2. 2. 3   Mi x Ver i f i cat i on

Mi x ver i f i cat i on t est s may be per f or med by t he Gover nment .   Pr ovi de 
quant i t i es of  cement i t i ous mat er i al s,  aggr egat es and admi xt ur es as 
r equest ed.

2. 3   EQUI PMENT

2. 3. 1   Bat chi ng and Mi xi ng

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Edi t  br acket ed i t ems accor di ng t o whet her  use 
of  t r uck mi xer s i s t o be per mi t t ed.   Tr uck mi xer s 
shoul d not  be per mi t t ed f or  mi xi ng concr et e i f  
s l i pf or m pavi ng i s per mi t t ed f or  pavement  t hi cker  
t han 200 mm 8 i nches.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Pr ovi de [ st at i onar y mi xer s]  [ t r uck mi xer s] .   Pr ovi de a bat ch pl ant  
conf or mi ng t o ASTM C94/ C94M and as speci f i ed.   Do not  wei gh wat er  or  
measur e cumul at i vel y wi t h anot her  i ngr edi ent .  Bat ch al l  concr et e mat er i al s 
i n accor dance wi t h ASTM C94/ C94M r equi r ement s.   Ver i f y bat chi ng,  mi xer s,  
mi xi ng t i me,  per mi t t ed r educt i on of  mi xi ng t i me,  and concr et e uni f or mi t y 
i n accor dance wi t h t he  r equi r ement s of  ASTM C94/ C94M,  and document  i n t he 
i ni t i al  weekl y QC Repor t . [   Do not  use t r uck mi xer s f or  mi xi ng sl i pf or med 
concr et e.   Pr ovi de onl y t r uck mi xer s desi gned f or  mi xi ng or  t r anspor t i ng 
pavi ng concr et e wi t h ext r a l ar ge bl adi ng and r ear  openi ng speci f i cal l y f or  
l ow- sl ump pavi ng concr et e and conf or mi ng t o t he r equi r ement s of   
ASTM C94/ C94M. ]  

2. 3. 2   Tr anspor t i ng Equi pment

Pr ovi de t r anspor t i ng equi pment  i n conf or mance wi t h ASTM C94/ C94M and as 
speci f i ed her ei n.   Tr anspor t  concr et e t o t he pavi ng si t e i n r ear - dump 
t r ucks,  i n t r uck mi xer s desi gned wi t h ext r a l ar ge bl adi ng and r ear  openi ng 
speci f i cal l y f or  l ow sl ump concr et e,  or  i n agi t at or s.   Do not  per mi t  
bot t om- dump t r ucks f or  del i ver y of  concr et e.
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2. 3. 3   Del i ver y Equi pment

When concr et e t r anspor t  equi pment  cannot  oper at e on t he pavi ng l ane,  
pr ovi de si de- del i ver y t r anspor t  equi pment  consi st i ng of  sel f - pr opel l ed 
movi ng conveyor s t o del i ver  concr et e f r om t he t r anspor t  equi pment  and 
di schar ge i t  i n f r ont  of  t he paver .   Do not  per mi t  f r ont - end l oader s,  
dozer s,  or  s i mi l ar  equi pment  t o di st r i but e t he concr et e.

2. 3. 4   Paver - Fi ni sher

Pr ovi de a heavy- dut y,  sel f - pr opel l ed paver - f i ni sher  machi ne desi gned 
speci f i cal l y f or  pavi ng and f i ni shi ng hi gh qual i t y pavement  and capabl e 
of   spr eadi ng,  consol i dat i ng,  and shapi ng t he pl ast i c concr et e t o t he 
desi r ed cr oss sect i on i n one pass. [   Pr ovi de a paver - f i ni sher  wei ghi ng at  
l east  3280 kg/ m 2200 l b/ f oot  of  l ane wi dt h,  and power ed by an engi ne 
havi ng at  l east  15000 W/ met er  6. 0 hor sepower / f oot  of  l ane wi dt h. ]   Equi p 
t he paver - f i ni sher  wi t h a f ul l  wi dt h " knock- down"  auger ,  capabl e of  
oper at i ng i n bot h di r ect i ons,  whi ch wi l l  evenl y spr ead t he f r esh concr et e 
i n f r ont  of  t he scr eed or  ext r usi on pl at e.   Gang- mount  i mmer si on vi br at or s 
at  t he f r ont  of  t he paver  on a f r ame equi pped wi t h sui t abl e cont r ol s so 
t hat  al l  v i br at or s can be oper at ed at  any desi r ed dept h wi t hi n t he s l ab or  
compl et el y wi t hdr awn f r om t he concr et e.   Aut omat i cal l y cont r ol  t he 
v i br at or s so t hey wi l l  be i mmedi at el y st opped as f or war d mot i on of  t he 
paver  ceases.   Space t he i mmer si on vi br at or s acr oss t he pavi ng l ane as 
necessar y t o pr oper l y consol i dat e t he concr et e,  but  l i mi t  t he c l ear  
di st ance bet ween vi br at or s not  t o exceed 750 mm 30 i nches,  and t he out si de 
vi br at or s not  t o exceed 300 mm 12 i nches f r om t he edge of  t he l ane.  
Vi br at or s may be pneumat i c,  gas dr i ven,  or  el ect r i c,  and oper at ed at  
f r equenci es wi t hi n t he concr et e bet ween 6, 000 and 7, 000 vi br at i ons per  
mi nut e,  wi t h an ampl i t ude of  v i br at i on such t hat  not i ceabl e v i br at i ons 
occur  at  450 mm 1. 5 f oot  r adi us when t he vi br at or  i s i nser t ed i n t he 
concr et e t o t he dept h speci f i ed.   Equi p t he paver - f i ni sher  wi t h a 
t r ansver sel y osci l l at i ng scr eed or  an ext r usi on pl at e t o shape,  compact ,  
and smoot h t he sur f ace.

2. 3. 4. 1   Paver - Fi ni sher  wi t h Fi xed For ms

Equi p t he paver - f i ni sher  wi t h wheel s desi gned t o r i de t he f or ms,  keep i t  
al i gned wi t h t he f or ms,  and t o pr event  def or mat i on of  t he f or ms.

2. 3. 4. 2   Sl i pf or m Paver - Fi ni sher

Pr ovi de a t r ack- mount ed sl i pf or m paver - f i ni sher  wi t h aut omat i c cont r ol s 
and padded t r acks.   El ect r oni cal l y r ef er ence hor i zont al  al i gnment  t o a 
t aut  wi r e gui del i ne.   El ect r oni cal l y r ef er ence ver t i cal  al i gnment  on bot h 
s i des of  t he paver  t o a t aut  wi r e gui del i ne,  t o an appr oved l aser  cont r ol  
syst em,  or  t o a ski  oper at i ng on a compl et ed l ane.   Do not  cont r ol  f r om a 
sl ope- adj ust ment  cont r ol  or  f r om t he under l y i ng mat er i al .

2. 3. 4. 3   Ot her  Types of  Fi ni shi ng Equi pment

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Edi t  br acket ed i t em accor di ng t o whet her  use 
of  br i dge deck f i ni sher s i s desi r ed,  and based on 
t hi ckness of  pavement  and sur f ace smoot hness 
t ol er ances r equi r ed.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
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[ Br i dge deck f i ni sher s ar e per mi t t ed f or  pavement s 250 mm 10 i nches or  
l ess i n t hi ckness.   ] Heavy dut y v i br at or y t r uss scr eeds may be appr oved 
f or  use i f  successf ul l y demonst r at ed on t he t est  sect i on t o consol i dat e 
t he s l ab f ul l  dept h and wi t hout  segr egat i on.   Cl ar y scr eeds,  r ot at i ng t ube 
f l oat s,  or  l aser  scr eeds wi l l  not  be al l owed on t he pr oj ect .   Pr ovi de hand 
f l oat s t hat  ar e not  l ess t han 3. 65 m 12 f eet  l ong and 150 mm 6 i nches wi de 
and st i f f ened t o pr event  f l exi ng and war pi ng.

2. 3. 4. 4   Wor k Br i dge

Pr ovi de a sel f - pr opel l ed wor k br i dge capabl e of  spanni ng t he pavi ng l ane 
and suppor t i ng t he wor kmen wi t hout  excessi ve def l ect i on.

2. 3. 5   Text ur i ng Equi pment

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Edi t  t he f ol l owi ng par agr aphs and del et e 
non- appl i cabl e t ext ur i ng met hods t o cor r el at e wi t h 
t he dr awi ngs and wi t h par agr aph TEXTURI NG i n PART 
3.   Do not  speci f y ar t i f i c i al  t ur f  dr ag f or  Ai r  
For ce pr oj ect s.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Pr ovi de t ext ur i ng equi pment  as speci f i ed bel ow.

2. 3. 5. 1   Fabr i c Dr ag

[ Cl ean,  r easonabl y new bur l ap ] [ Ar t i f i c i al  t ur f  f abr i cat ed of  a pl ast i c 
mat er i al  ] measur i ng f r om 0. 91 t o 3 m 3 t o 10 f eet  l ong,  600 mm 2 f eet  
wi der  t han t he wi dt h of  t he pavement ,  and secur el y at t ached t o a separ at e 
wheel  mount ed f r ame spanni ng t he pavi ng l ane or  t o one of  t he ot her  
s i mi l ar  pi eces of  equi pment .   Sel ect  di mensi on of  bur l ap dr ag so t hat  at  
l east  0. 91 m 3 f eet  of  t he mat er i al  i s  i n cont act  wi t h t he pavement .

2. 3. 5. 2   Deep Text ur i ng Equi pment

Pr ovi de t ext ur i ng equi pment  consi st i ng of  [ a st i f f  br i st l ed br oom]  [ a comb 
wi t h spr i ng wi r e t i nes]  [ spr i ng st r i ps]  whi ch wi l l  pr oduce t r ue,  even 
gr ooves.   Mount  t hi s dr ag i n a wheel ed f r ame spanni ng t he pavi ng l ane and 
const r uct ed t o mechani cal l y pul l  t he dr ag i n a st r ai ght  l i ne acr oss t he 
pavi ng l ane per pendi cul ar  t o t he cent er l i ne.

2. 3. 6   Cur i ng Equi pment

Pr ovi de equi pment  f or  appl y i ng membr ane- f or mi ng cur i ng compound mount ed on 
a sel f - pr opel l ed f r ame t hat  spans t he pavi ng l ane.   Const ant l y agi t at e t he 
cur i ng compound r eser voi r  mechani cal l y ( not  ai r )  dur i ng oper at i on and 
pr ovi de a means f or  compl et el y dr ai ni ng t he r eser voi r .   Pr ovi de a spr ayi ng 
syst em t hat  consi st s of  a mechani cal l y power ed pump whi ch mai nt ai ns 
const ant  pr essur e dur i ng oper at i on,  an oper abl e pr essur e gauge,  and ei t her  
a ser i es of  spr ay nozzl es evenl y spaced acr oss t he l ane t o pr ovi de 
uni f or ml y over l appi ng cover age or  a s i ngl e spr ay nozzl e whi ch i s mount ed 
on a car r i age whi ch aut omat i cal l y t r aver ses t he l ane wi dt h at  a speed 
cor r el at ed wi t h t he f or war d movement  of  t he over al l  f r ame.  Pr ot ect  al l  
spr ay nozzl es wi t h wi nd scr eens.   Cal i br at e t he spr ayi ng syst em i n 
accor dance wi t h ASTM D2995,  Met hod A,  f or  t he r at e of  appl i cat i on r equi r ed 
i n subpar t  CURI NG AND PROTECTI ON.   Pr ovi de hand- oper at ed spr ayer s power ed  
by compr essed ai r  suppl i ed by a mechani cal  ai r  compr essor .   I mmedi at el y 
r epl ace cur i ng equi pment  i f  i t  f ai l s  t o appl y an even coat i ng of  compound 
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at  t he speci f i ed r at e.

2. 3. 7   Sawi ng Equi pment

Pr ovi de equi pment  f or  sawi ng j oi nt s and f or  ot her  s i mi l ar  sawi ng of  
concr et e consi st i ng of  st andar d di amond- t ype concr et e saws mount ed on a 
wheel ed chassi s whi ch can be easi l y gui ded t o f ol l ow t he r equi r ed 
al i gnment .   Pr ovi de di amond t i pped bl ades.   I f  demonst r at ed t o oper at e 
pr oper l y,  abr asi ve bl ades may be used.   Pr ovi de spar es as r equi r ed t o 
mai nt ai n t he r equi r ed sawi ng r at e.  Ear l y- ent r y saws may be used,  subj ect  
t o demonst r at i on and appr oval .   No change t o t he i ni t i al  sawcut  dept h i s 
per mi t t ed.

2. 3. 8   St r ai ght edge

Fur ni sh one 4 m 12 f oot  st r ai ght edge const r uct ed of  al umi num or  magnesi um 
al l oy,  havi ng bl ades of  box or  box- gi r der  cr oss sect i on wi t h f l at  bot t om,  
adequat el y r ei nf or ced t o i nsur e r i gi di t y and accur acy.  Pr ovi de handl es f or  
oper at i on on t he pavement .

PART 3   EXECUTI ON

3. 1   PREPARATI ON FOR PAVI NG

3. 1. 1   Weat her  Li mi t at i ons

When wi ndy condi t i ons dur i ng pavi ng appear  pr obabl e,  have equi pment  and 
mat er i al  at  t he pavi ng si t e t o pr ovi de wi ndbr eaks,  shadi ng,  f oggi ng,  or  
ot her  act i on t o pr event  pl ast i c shr i nkage cr acki ng or  ot her  damagi ng 
dr yi ng of  t he concr et e.

3. 1. 1. 1   I ncl ement  Weat her

Do not  commence pl aci ng oper at i ons when heavy r ai n or  ot her  damagi ng 
weat her  condi t i ons appear  i mmi nent .   At  al l  t i mes when pl aci ng concr et e,  
mai nt ai n on- si t e suf f i c i ent  wat er pr oof  cover  and means t o r api dl y pl ace i t  
over  al l  unhar dened concr et e or  concr et e t hat  mi ght  be damaged by r ai n.   
Suspend pl acement  of  concr et e whenever  r ai n,  hi gh wi nds,  or  ot her  damagi ng 
weat her  commences t o damage t he sur f ace or  t ext ur e of  t he pl aced 
unhar dened concr et e,  washes cement  out  of  t he concr et e,  or  changes t he 
wat er  cont ent  of  t he sur f ace concr et e.   I mmedi at el y cover  and pr ot ect  al l  
unhar dened concr et e f r om t he r ai n or  ot her  damagi ng weat her .   Compl et el y 
r emove and r epl ace any sl ab damaged by r ai n or  ot her  weat her  f ul l  dept h,  
by f ul l  s l ab wi dt h,  t o t he near est  or i gi nal  j oi nt .

3. 1. 1. 2   Hot  Weat her

Mai nt ai n r equi r ed concr et e t emper at ur e i n accor dance wi t h ACI  305R t o 
pr event  evapor at i on r at e f r om exceedi ng 0. 98 kg of  wat er  per  squar e met er  
0. 2 pound of  wat er  per  squar e f oot  of  exposed concr et e per  hour .   Cool  
i ngr edi ent s bef or e mi xi ng,  pl ace concr et e dur i ng cool er  ni ght  t i me hour s,  
or  use ot her  sui t abl e means t o cont r ol  concr et e t emper at ur e and pr event  
r api d dr yi ng of  newl y pl aced concr et e.   Wat er  i s not  al l owed t o be added 
af t er  t he i ni t i al  i nt r oduct i on of  mi xi ng wat er  except ,  when on ar r i val  at  
t he j ob s i t e,  t he s l ump i s l ess t han speci f i ed and t he wat er - cement  r at i o 
i s l ess t han t hat  gi ven as a maxi mum i n t he appr oved mi xt ur e.   Addi t i onal  
wat er  may be added t o br i ng t he s l ump wi t hi n t he speci f i ed r ange pr ovi ded 
t he appr oved wat er - cement  r at i o i s not  exceeded.   I nj ect  wat er  i nt o t he 
head of  t he mi xer  ( end opposi t e t he di schar ge openi ng)  dr um under  
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pr essur e,  and t ur n t he dr um or  bl ades a mi ni mum of  30 addi t i onal  
r evol ut i ons at  mi xi ng speed.   The addi t i on of  wat er  t o t he bat ch at  any 
l at er  t i me i s not  al l owed.   Af t er  pl acement ,  use f og spr ay,  appl y 
monomol ecul ar  f i l m,  or  use ot her  sui t abl e means t o r educe t he evapor at i on 
r at e.   St ar t  cur i ng when sur f ace of  f r esh concr et e i s suf f i c i ent l y har d t o 
per mi t  cur i ng wi t hout  damage.   Cool  under l y i ng mat er i al  by spr i nkl i ng 
l i ght l y wi t h wat er  bef or e pl aci ng concr et e.   Fol l ow pr act i ces f ound i n 
ACI  305R.

3. 1. 1. 3   Pr event i on of  Pl ast i c Shr i nkage Cr acki ng

Dur i ng weat her  wi t h l ow humi di t y,  and par t i cul ar l y wi t h hi gh t emper at ur e 
and appr eci abl e wi nd,  devel op and i nst i t ut e measur es t o pr event  pl ast i c 
shr i nkage cr acks f r om devel opi ng.   I f  pl ast i c shr i nkage cr acki ng occur s,  
hal t  f ur t her  pl acement  of  concr et e unt i l  pr ot ect i ve measur es ar e i n pl ace 
t o pr event  f ur t her  cr acki ng.   Per i ods of  hi gh pot ent i al  f or  pl ast i c 
shr i nkage cr acki ng can be ant i c i pat ed by use of  ACI  305R.   I n addi t i on t o 
t he pr ot ect i ve measur es speci f i ed i n t he pr evi ous par agr aph,  t he concr et e 
pl acement  may be f ur t her  pr ot ect ed by er ect i ng shades and wi ndbr eaks and 
by appl y i ng f og spr ays of  wat er ,  t he addi t i on of  monomol ecul ar  f i l ms,  or  
wet  cover i ng.   Appl y monomol ecul ar  f i l ms af t er  f i ni shi ng i s compl et e,  do 
not  use i n t he f i ni shi ng pr ocess.   I mmedi at el y commence cur i ng pr ocedur es 
when such wat er  t r eat ment  i s st opped.

3. 1. 1. 4   Col d Weat her

Do not  pl ace concr et e when ambi ent  t emper at ur e i s bel ow 5 degr ees C 40 
degr ees F or  when concr et e i s l i kel y t o be subj ect ed t o f r eezi ng 
t emper at ur es wi t hi n 24 hour s.   When aut hor i zed,  when concr et e i s l i kel y t o 
be subj ect ed t o f r eezi ng wi t hi n 24 hour s af t er  pl aci ng,  heat  concr et e 
mat er i al s so t hat  t emper at ur e of  concr et e when deposi t ed i s bet ween 18 and 
27 degr ees C 65 and 80 degr ees F.   Met hods of  heat i ng mat er i al s ar e 
subj ect  t o appr oval .   Do not  heat  mi xi ng wat er  above 74 degr ees C 165 
degr ees F.   Remove l umps of  f r ozen mat er i al  and i ce f r om aggr egat es bef or e 
pl aci ng aggr egat es i n mi xer .   Fol l ow pr act i ces f ound i n ACI  306R.

3. 1. 2   Condi t i oni ng of  Under l y i ng Mat er i al

Ver i f y t he under l y i ng mat er i al ,  upon whi ch concr et e i s t o be pl aced i s 
c l ean,  damp,  and f r ee f r om debr i s,  wast e concr et e or  cement ,  f r ost ,  i ce,  
and st andi ng or  r unni ng wat er .   Pr i or  t o set t i ng f or ms or  pl acement  of  
concr et e,  ver i f y t he under l y i ng mat er i al  i s  wel l  dr ai ned and has been 
sat i sf act or i l y  gr aded by st r i ng- l i ne cont r ol l ed,  aut omat ed,  t r i mmi ng 
machi ne and uni f or ml y compact ed i n accor dance wi t h t he appl i cabl e Sect i on 
of  t hese speci f i cat i ons.   Test  t he sur f ace of  t he under l y i ng mat er i al  t o 
cr own,  el evat i on,  and densi t y i n advance of  set t i ng f or ms or  of  concr et e 
pl acement  usi ng sl i p- f or m t echni ques.   Tr i m hi gh ar eas t o pr oper  
el evat i on.   Fi l l  and compact  l ow ar eas t o a condi t i on s i mi l ar  t o t hat  of  
sur r oundi ng gr ade,  or  f i l l  wi t h concr et e monol i t hi cal l y wi t h t he 
pavement .   Low ar eas f i l l ed wi t h concr et e ar e not  t o be cor ed f or  
t hi ckness t o avoi d bi asi ng t he aver age t hi ckness used f or  eval uat i on and 
payment  adj ust ment .   Rewor k and compact  any under l y i ng mat er i al  di st ur bed 
by const r uct i on oper at i ons t o speci f i ed densi t y i mmedi at el y i n f r ont  of  
t he paver .   I f  a s l i pf or m paver  i s used,  cont i nue t he same under l y i ng 
mat er i al  under  t he pavi ng l ane beyond t he edge of  t he l ane a suf f i c i ent  
di st ance t hat  i s t hor oughl y compact ed and t r ue t o gr ade t o pr ovi de a 
sui t abl e t r ackl i ne f or  t he s l i pf or m paver  and f i r m suppor t  f or  t he edge of  
t he pavi ng l ane.
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3. 1. 3   For ms

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Del et e br acket ed sent ences on over l ay 
pavement s i f  not  appl i cabl e.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Use st eel  f or ms,  except  t hat  wood f or ms may be used f or  cur ves havi ng a 
r adi us of  45 m 150 f eet  or  l ess,  and f or  f i l l et s.   For ms may be bui l t  up 
wi t h met al  or  wood,  added onl y t o t he base,  t o pr ovi de an i ncr ease i n 
dept h of  not  mor e t han 25 per cent .   Pr ovi de f or ms wi t h t he base wi dt h not  
l ess t han ei ght - t ent hs of  t he ver t i cal  hei ght  of  t he f or m,  except  t hat  f or  
f or ms 200 mm 8 i nches or  l ess i n ver t i cal  hei ght ,  pr ovi de f or ms wi t h a 
base wi dt h not  l ess t han t he ver t i cal  hei ght  of  t he f or m.   Pr ovi de wood 
f or ms adequat e i n st r engt h and r i gi dl y br aced f or  cur ves and f i l l et s.   Set  
f or ms on f i r m mat er i al  cut  t r ue t o gr ade so t hat  each f or m sect i on when 
pl aced wi l l  be f i r ml y i n cont act  wi t h t he under l y i ng l ayer  f or  i t s  ent i r e 
base.   Do not  set  f or ms on bl ocks or  on bui l t - up spot s of  under l y i ng 
mat er i al . [   Set  and secur e f or ms i n pl ace wi t h st akes or  by ot her  appr oved 
met hods f or  over l ay pavement s and f or  ot her  l ocat i ons wher e f or ms ar e set  
on exi st i ng pavement s.   Car ef ul l y dr i l l  hol es i n exi st i ng pavement s f or  
f or m st akes wi t hout  cr acki ng or  spal l i ng t he exi st i ng pavement .   Pr i or  t o 
set t i ng f or ms f or  pavi ng oper at i ons,  demonst r at e t he pr oposed f or m set t i ng 
pr ocedur es at  an appr oved l ocat i on and do not  pr oceed f ur t her  unt i l  t he 
pr oposed met hod i s appr oved. ]   Bef or e pl aci ng t he concr et e,  coat  t he 
cont act  sur f aces of  f or ms[  except  exi st i ng pavement  sect i ons wher e bondi ng 
i s r equi r ed, ]  wi t h a non- st ai ni ng mi ner al  oi l ,  non- st ai ni ng f or m coat i ng 
compound,  bi odegr adabl e f or m r el ease agent ,  or  t wo coat s of  
ni t r o- cel l ul ose l acquer . [   When usi ng exi st i ng pavement  as a f or m,  c l ean 
exi st i ng concr et e and t hen coat  wi t h asphal t  emul si on bondbr eaker  bef or e 
concr et e i s pl aced. ]   Check and cor r ect  gr ade el evat i ons and al i gnment  of  
t he f or ms i mmedi at el y bef or e pl aci ng concr et e.

3. 1. 4   Rei nf or cement

3. 1. 4. 1   Dowel  Bar s

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   For  pr oj ect s whi ch r equi r e dowel  bar s or  
coat ed dowel  bar s,  show l ocat i on,  s i ze,  and 
t ol er ances on t he dr awi ngs.   I ncl ude sent ence i n 
br acket s f or  coat ed dowel  bar s.   Del et e r ef er ences 
t o s l i pf or m pavi ng i nst al l at i on of  dowel s and t i e 
bar s i f  s l i pf or m pavi ng i s not  al l owed.   Del et e 
r ef er ences t o i nst al l at i on i n cont r act i on j oi nt s i f  
not  r equi r ed.   Del et e br acket ed r ef er ences t o t i e 
bar s,  i f  t i e bar s ar e not  used.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

I nst al l  dowel s wi t h hor i zont al  and ver t i cal  al i gnment  pl us or  mi nus 25 mm 
1 i nch.   Except  as ot her wi se speci f i ed,  mai nt ai n l ocat i on of  dowel s wi t hi n 
a skew al i gnment  of  6 mm over  300 mm l engt h 1/ 4 i nch over  1 f oot  l engt h.   
[ Rej ect  coat i ngs whi ch ar e per f or at ed,  cr acked or  ot her wi se damaged.   
Whi l e handl i ng avoi d scuf f i ng or  gougi ng of  t he coat i ngs.   ]  Omi t  [ Dowel s]  
[ and t i e bar s]  when t he cent er  of  t he [ dowel ]  [ t i e bar ]  i s  l ocat ed wi t hi n 
a hor i zont al  di st ance f r om an i nt er sect i ng j oi nt  equal  t o or  l ess t han 
one- f our t h of  t he s l ab t hi ckness.   Mai nt ai n dowel s i n posi t i on dur i ng 
concr et e pl acement  and cur i ng.   Bef or e concr et e pl acement ,  t hor oughl y 
gr ease t he ent i r e l engt h of  each dowel  secur ed i n a dowel  basket  or  f i xed 
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f or m.

3. 1. 4. 2   Ti e Bar s

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   When t i e bar s ar e r equi r ed i n t he cont r act ,  
i ndi cat e l ocat i on on dr awi ngs.   Show bar  s i ze,  
spaci ng,  and pl acement  t ol er ances r equi r ed and 
met hod of  suppor t .

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

I nst al l  bar s,  accur at el y al i gned hor i zont al l y and ver t i cal l y,  and t o t he 
t ol er ances shown on t he dr awi ngs,  at  i ndi cat ed l ocat i ons. [   For  s l i pf or m 
const r uct i on,  i nser t  bent  t i e bar s by hand or  ot her  appr oved means. ]

3. 1. 4. 3   Set t i ng Sl ab Rei nf or cement

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   For  cont r act s whi ch r equi r e r ei nf or ci ng 
st eel ,  speci f y t he t ype,  s i ze and mat er i al  of  
r ei nf or cement .   Del et e br acket ed i t em i f  CRCP i s not  
bei ng const r uct ed.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Posi t i on r ei nf or cement  on sui t abl e chai r s pr i or  t o concr et e pl acement .   At  
expansi on,  cont r act i on and const r uct i on j oi nt s,  pl ace t he r ei nf or cement  as 
i ndi cat ed.   Cl ean r ei nf or cement  f r ee of  mud,  oi l ,  scal e or  ot her  f or ei gn 
mat er i al s.   Pl ace r ei nf or cement  accur at el y and wi r e secur el y.   Lap spl i ces 
300 mm 12 i nches mi ni mum.   Mai nt ai n t he bar  spaci ng f r om ends and si des of  
s l abs and j oi nt s as i ndi cat ed. [   I f  r ei nf or ci ng f or  Cont i nuousl y 
Rei nf or ced Concr et e Pavement  ( CRCP)  i s r equi r ed,  submi t  t he ent i r e 
oper at i ng pr ocedur e and pr oposed equi pment  f or  appr oval . ]

3. 2   MEASURI NG,  MI XI NG,  CONVEYI NG,  AND PLACI NG CONCRETE

3. 2. 1   Measur i ng

Conf or m t o ASTM C94/ C94M.

3. 2. 2   Mi xi ng

Conf or m t o ASTM C94/ C94M,  except  as modi f i ed her ei n.   Begi n mi xi ng wi t hi n 
30 mi nut es af t er  cement  has been added t o aggr egat es.   When t he ai r  
t emper at ur e i s gr eat er  t han 29. 4 degr ees C 85 degr ees F,  pl ace concr et e 
wi t hi n 60 mi nut es.   Wi t h appr oval ,  a hydr at i on st abi l i zer  admi xt ur e 
meet i ng t he r equi r ement s of  ASTM C494/ C494M Type D,  may be used t o ext end 
t he pl acement  t i me t o 90 mi nut es.   Addi t i onal  wat er  may be added t o br i ng 
s l ump wi t hi n r equi r ed l i mi t s as speci f i ed i n ASTM C94/ C94M,  pr ovi ded t hat  
t he speci f i ed wat er - cement  r at i o i s not  exceeded.

3. 2. 3   Conveyi ng

Conf or m t o ASTM C94/ C94M.

3. 2. 4   Pl aci ng

Do not  exceed a f r ee ver t i cal  dr op of  1. 5 m 5 f eet  f r om t he poi nt  of  
di schar ge.   Deposi t  concr et e ei t her  di r ect l y f r om t he t r anspor t i ng 
equi pment  or  by conveyor  on t o t he pr e- wet t ed subgr ade or  subbase,  unl ess 
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ot her wi se speci f i ed.   Deposi t  t he concr et e bet ween t he f or ms t o an 
appr oxi mat el y uni f or m hei ght .   Pl ace concr et e cont i nuousl y at  a uni f or m 
r at e,   wi t hout  damage t o t he gr ade and wi t hout  unschedul ed st ops except  
f or  equi pment  f ai l ur e or  ot her  emer genci es.   I f  an unschedul ed st op occur s 
wi t hi n 3 m 10 f eet  of  a pr evi ousl y pl aced expansi on j oi nt ,  r emove concr et e 
back t o j oi nt ,  r epai r  any damage t o gr ade,  i nst al l  a const r uct i on j oi nt  
and cont i nue pl aci ng concr et e onl y af t er  cause of  t he st op has been 
cor r ect ed.

3. 3   PAVI NG

Const r uct  pavement  wi t h pavi ng and f i ni shi ng equi pment  ut i l i z i ng [ f i xed 
f or ms]  [ s l i pf or ms] .

3. 3. 1   Pavi ng Pl an

Submi t  f or  appr oval  a pavi ng pl an i dent i f y i ng t he f ol l owi ng i t ems:

a.   A descr i pt i on of  t he pl aci ng and pr ot ect i on met hods pr oposed when 
concr et e i s t o be pl aced i n or  exposed t o hot ,  col d,  or  r ai ny weat her  
condi t i ons.

b.   A det ai l ed pavi ng sequence pl an and pr oposed pavi ng pat t er n showi ng 
al l  pl anned const r uct i on j oi nt s.

c.   Pl an and equi pment  pr oposed t o cont r ol  al i gnment  of  f or med or  sawn 
j oi nt s wi t hi n t he speci f i ed t ol er ances.

3. 3. 2   Requi r ed Resul t s

Oper at e t he paver - f i ni sher  t o pr oduce a t hor oughl y consol i dat ed sl ab 
t hr oughout ,  t r ue t o l i ne and gr ade wi t hi n speci f i ed t ol er ances.   Adj ust  
t he paver - f i ni shi ng oper at i on t o pr oduce a sur f ace f i ni sh f r ee of  
i r r egul ar i t i es,  t ear s,  voi ds of  any k i nd,  and ot her  di scont i nui t i es,  wi t h 
onl y a mi ni mum of  past e at  t he sur f ace.   Do not  per mi t  mul t i pl e passes of  
t he paver - f i ni sher .   Pr oduce a f i ni shed sur f ace r equi r i ng no hand 
f i ni shi ng,  ot her  t han t he use of  cut t i ng st r ai ght edges,  except  i n ver y 
i nf r equent  i nst ances.   Do not  appl y wat er ,  ot her  t han t r ue f og spr ays 
( mi st ) ,  t o t he concr et e sur f ace dur i ng pavi ng and f i ni shi ng.

3. 3. 3   Oper at i on

When t he paver  i s oper at ed bet ween or  adj acent  t o pr evi ousl y const r uct ed 
pavement  ( f i l l - i n l anes) ,  make pr ovi s i ons t o pr event  damage t o t he 
pr evi ousl y const r uct ed pavement ,  i ncl udi ng keepi ng t he exi st i ng pavement  
sur f ace f r ee of  debr i s,  and pl aci ng r ubber  mat s beneat h t he paver  t r acks.   
Oper at e t r ansver sel y osci l l at i ng scr eeds and ext r usi on pl at es t o over l ap 
t he exi st i ng pavement  t he mi ni mum possi bl e,  but  i n no case mor e t han 200 mm
 8 i nches.

3. 3. 4   Consol i dat i on

I mmedi at el y af t er  spr eadi ng concr et e,  consol i dat e f ul l  dept h wi t h i nt er nal  
t ype vi br at i ng equi pment  al ong t he boundar i es of  al l  s l abs r egar dl ess of  
s l ab t hi ckness,  and i nt er i or  of  al l  concr et e s l abs.   For  pavement s l ess 
t han 250 mm 10 i nches t hi ck,  oper at e v i br at or s at  mi d- dept h par al l el  wi t h 
or  at  a s l i ght  angl e t o t he base cour se.   For  t hi cker  pavement s,  angl e 
v i br at or s t owar d t he ver t i cal ,  wi t h v i br at or  t i p pr ef er abl y about  50 mm 2 
i nches above t he base cour se,  and t op of  v i br at or  a f ew mm i nches bel ow 
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pavement  sur f ace.   Aut omat i cal l y cont r ol  t he v i br at or s or  t ampi ng uni t s i n 
f r ont  of  t he paver  so t hat  t hey st op i mmedi at el y as f or war d mot i on 
ceases.   Li mi t  dur at i on of  v i br at i on t o t hat  necessar y t o pr oduce 
consol i dat i on of  concr et e.   Do not  per mi t  excessi ve v i br at i on.   Vi br at e 
concr et e i n smal l ,  odd- shaped sl abs or  i n l ocat i ons i naccessi bl e t o t he 
paver  mount ed vi br at i on equi pment  wi t h a hand- oper at ed i mmer si on vi br at or  
oper at ed f r om a br i dge spanni ng t he ar ea.   Do not  oper at e v i br at or s at  one 
l ocat i on f or  mor e t han 15 seconds.   Do not  use vi br at or s t o t r anspor t  or  
spr ead t he concr et e.

3. 3. 5   Fi xed For m Pavi ng

Spr ead and st r i ke of f  concr et e wi t h wi t h t he paver .   Shape t he concr et e t o 
t he speci f i ed and i ndi cat ed cr oss sect i on i n one pass,  and f i ni sh t he 
sur f ace and edges so t hat  onl y a ver y mi ni mum amount  of  hand f i ni shi ng i s 
r equi r ed.   Use si ngl e spud hand vi br at or s t o consol i dat e t he concr et e 
adj acent  t o f i xed f or ms as r equi r ed t o achi eve a voi d- f r ee f or med edge.   
Do not  al l ow vi br at or s t o cont act  r ei nf or cement ,  f or ms,  or  t he gr ade 
dur i ng v i br at i on.

3. 3. 6   Sl i pf or m Pavi ng

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Ret ai n s l i pf or m pavi ng as an opt i on unl ess 
t he desi gner  has speci f i c ,  val i d r easons f or  
del et i ng i t .   Be sur e al l  ot her  par agr aphs cor r el at e 
wi t h choi ce made her e.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Shape t he concr et e t o t he speci f i ed and i ndi cat ed cr oss sect i on i n one 
pass,  and f i ni sh t he sur f ace and edges so t hat  onl y a ver y mi ni mum amount  
of  hand f i ni shi ng i s r equi r ed.   Do not  i nst al l  dowel s by dowel  i nser t er s 
at t ached t o t he paver  or  by any ot her  means of  i nser t i ng t he dowel s i nt o 
t he pl ast i c concr et e. [   I f  a keyway i s r equi r ed,  i nst al l  a 0. 45 t o 0. 55 mm 
26 gauge t hi ck met al  keyway l i ner  as t he keyway i s ext r uded. [   Pr ot ect  t he 
keyway l i ner  t o r emai n i n pl ace and become par t  of  t he j oi nt . ] ]

3. 4   JOI NTS

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Del et e r ef er ences t o s l i pf or m pavi ng 
i nst al l at i on of  dowel s and t i e bar s i f  s l i pf or m 
pavi ng i s not  al l owed.   Del et e r ef er ences t o 
i nst al l at i on i n cont r act i on j oi nt s i f  not  r equi r ed.   
Del et e br acket ed r ef er ences t o t i e bar s,  i f  t i e bar s 
ar e not  used.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

3. 4. 1   Cont r act i on Joi nt s

Hol d [ dowel s] [  and ] [ t i e bar s]  i n l ongi t udi nal  and t r ansver se cont r act i on 
j oi nt s wi t hi n t he pavi ng l ane secur el y i n pl ace by means of  r i gi d met al  
basket  assembl i es.   Wel d t he [ dowel s]  [ and t i e bar s]  t o t he assembl y or  
hol d f i r ml y by mechani cal  l ocki ng ar r angement s t hat  wi l l  pr event  t hem f r om 
becomi ng di st or t ed dur i ng pavi ng oper at i ons.   Anchor  t he basket  assembl i es 
secur el y i n t he pr oper  l ocat i on.
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3. 4. 2   Const r uct i on Joi nt s -  Fi xed For m Pavi ng

I nst al l  [ dowel s]  [ and t i e bar s]  by t he bonded- i n- pl ace met hod,  suppor t ed 
by means of  devi ces f ast ened t o t he f or ms.   Do not  per mi t  i nst al l at i on by 
r emovi ng and r epl aci ng i n pr ef or med hol es.

3. 4. 3   Dowel s I nst al l ed I n Har dened Concr et e

I nst al l  by bondi ng t he dowel s i nt o hol es dr i l l ed i nt o t he har dened 
concr et e.   Dr i l l  hol es i nt o t he har dened concr et e appr oxi mat el y 3 mm 1/ 8 
i nch gr eat er  i n di amet er  t han t he dowel s.   Bond t he dowel s i n t he dr i l l ed 
hol es usi ng epoxy r esi n i nj ect ed at  t he back of  t he hol e bef or e i nst al l i ng 
t he dowel  and ext r uded t o t he col l ar  dur i ng i nser t i on of  t he dowel  so as 
t o compl et el y f i l l  t he voi d ar ound t he dowel .   Appl i cat i on by but t er i ng 
t he dowel  i s not  per mi t t ed.   Hol d t he dowel s i n al i gnment  at  t he col l ar  of  
t he hol e,  af t er  i nser t i on and bef or e t he epoxy r esi n har dens,  by means of  
a sui t abl e met al  or  pl ast i c col l ar  f i t t ed ar ound t he dowel .   Check t he 
ver t i cal  al i gnment  of  t he dowel s by pl aci ng t he st r ai ght edge on t he 
sur f ace of  t he pavement  over  t he t op of  t he dowel  and measur i ng t he 
ver t i cal  di st ance bet ween t he st r ai ght edge and t he begi nni ng and endi ng 
poi nt  of  t he exposed par t  of  t he dowel . [   Wher e t i e bar s ar e r equi r ed i n 
l ongi t udi nal  const r uct i on j oi nt s of  s l i pf or m pavement ,  i nst al l  bent  t i e 
bar s at  t he paver ,  i n f r ont  of  t he t r ansver se scr eed or  ext r usi on pl at e.   
I f  t i e bar s ar e r equi r ed,  const r uct  a st andar d keyway and i nst al l  t he bent  
t i e bar s i nt o t he pl ast i c concr et e t hr ough a 0. 45 t o 0. 55 mm 26 gauge 
t hi ck met al  keyway l i ner .   Do not  i nst al l  t i e bar s i n pr ef or med hol es.   
Pr ot ect  t he keyway l i ner  and mai nt ai n i n pl ace and become par t  of  t he 
j oi nt .   Bef or e pl acement  of  t he adj oi ni ng pavi ng l ane,  st r ai ght en t he t i e 
bar s,  wi t hout  spal l i ng t he concr et e ar ound t he bar . ]

3. 5   FI NI SHI NG CONCRETE

St ar t  f i ni shi ng oper at i ons i mmedi at el y af t er  pl acement  of  concr et e.   Use 
f i ni shi ng machi ne,  except  hand f i ni shi ng may be used i n emer genci es and 
f or  concr et e s l abs i n i naccessi bl e l ocat i ons or  of  such shapes or  s i zes 
t hat  machi ne f i ni shi ng i s i mpr act i cabl e.   I mmedi at el y hal t  any oper at i ons 
whi ch pr oduce mor e t han 3 mm 1/ 8 i nch of  mor t ar - r i ch sur f ace ( def i ned as 
def i c i ent  i n pl us 4. 75 mm U. S.  No.  4 s i eve si ze aggr egat e)  and modi f y t he 
equi pment ,  mi xt ur e,  or  pr ocedur es.   Fi ni sh pavement  sur f ace on bot h s i des 
of  a j oi nt  t o t he same gr ade.   Fi ni sh f or med j oi nt s f r om a secur el y 
suppor t ed t r ansver se br i dge.   Pr ovi de hand f i ni shi ng equi pment  f or  use at  
al l  t i mes.

3. 5. 1   Machi ne Fi ni shi ng

St r i ke of f  and scr eed concr et e t o t he r equi r ed [ cr own]  [ s l ope]  and 
cr oss- sect i on by a power - dr i ven t r ansver se f i ni shi ng machi ne.   A 
t r ansver se r ot at i ng t ube or  pi pe i s not  per mi t t ed.   Mai nt ai n el evat i on of  
concr et e such t hat ,  when consol i dat ed and f i ni shed,  pavement  sur f ace wi l l  
be adequat el y consol i dat ed and at  t he r equi r ed gr ade.   Equi p f i ni shi ng 
machi ne wi t h a scr eed whi ch i s r eadi l y and accur at el y adj ust abl e f or  
changes i n pavement  [ cr own]  [ s l ope]  and compensat i on f or  wear  and ot her  
causes.   Do not  per mi t  excessi ve oper at i on over  an ar ea,  whi ch wi l l  r esul t  
i n an excess of  mor t ar  and wat er  bei ng br ought  t o t he sur f ace.

3. 5. 1. 1   Equi pment  Oper at i on

Mai nt ai n t he t r avel  of  machi ne on t he f or ms wi t hout  l i f t i ng,  wobbl i ng,  or  
ot her  var i at i on of  t he machi ne whi ch t end t o af f ect  t he pr eci s i on of  
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concr et e f i ni sh.   Keep t he t ops of  t he f or ms cl ean by a devi ce at t ached t o 
t he machi ne.   Mai nt ai n a uni f or m r i dge of  concr et e ahead of  t he f r ont  
scr eed f or  i t s ent i r e l engt h.

3. 5. 1. 2   Joi nt  Fi ni sh

Bef or e concr et e i s har dened,  cor r ect  edge sl ump of  pavement ,  excl usi ve of  
edge r oundi ng,  i n excess of  6 mm 0. 25 i nches.   Fi ni sh concr et e sur f ace on 
each si de of  const r uct i on j oi nt s t o t he same pl ane,  and cor r ect  devi at i ons 
bef or e newl y pl aced concr et e has har dened.

3. 5. 1. 3   Hand Fi ni shi ng

St r i ke- of f  and scr eed sur f ace of  concr et e t o el evat i ons s l i ght l y above 
f i ni sh gr ade so t hat  when concr et e i s consol i dat ed and f i ni shed,  t he 
pavement  sur f ace i s at  t he i ndi cat ed el evat i on.   Vi br at e ent i r e sur f ace 
unt i l  r equi r ed compact i on and r educt i on of  sur f ace voi ds i s secur ed wi t h a 
st r i ke- of f  t empl at e.   Af t er  i ni t i al  f i ni shi ng,  f ur t her  smoot h and 
consol i dat e concr et e by means of  hand- oper at ed l ongi t udi nal  f l oat s.

3. 5. 2   Text ur i ng

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Sel ect  t ype of  t ext ur i ng r equi r ed by t he 
usi ng ser vi ce,  r et ai n t hat  subpar agr aph,  and del et e 
t he ot her s.   I f  no gui dance i s gi ven,  t he usual  
def aul t  met hod shoul d be bur l ap dr ag.   Edi t  
br acket ed sent ence as appr opr i at e.

Sel ect  t he t ype of  t ext ur i ng f or  r oads.   Consi der  
c l i mat i c condi t i ons f or  exposed concr et e.   When 
r equi r ed,  speci f y sur f aces t o r ecei ve br oomi ng.

1.   Speci f y wi r e br oomi ng f or  non- ski d concr et e 
sur f ace t ext ur es.   Per mi t  st eel  or  new f i ber  br ooms.

2.   Speci f y br oomed f i ni sh,  i f  r equi r ed i n l i eu of  
bur l ap dr ag f i ni sh.   Br oomed f i ni sh may cause 
excessi ve t i r e wear  and i s not  r ecommended,  except  
f or  speci al  condi t i ons i n whi ch l i ght  mechani cal  
br oomi ng may be desi r abl e.

3.   Addi t i onal  i nf or mat i on i s publ i shed by Amer i can 
Concr et e Pavi ng Associ at i on ( ACPA)  i n Techni cal  
Bul l et i ns No.  6 ( 1969)  and No.  19 ( 1975) ,  I nt er i m 
Recommendat i ons f or  t he Const r uct i on of  
Ski d- Resi st ant  Concr et e Pavement  and Gui del i ne f or  
Text ur i ng of  Por t l and Cement  Concr et e Hi ghway 
Pavement s,  r espect i vel y.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Bef or e t he sur f ace sheen has di sappear ed and bef or e t he concr et e har dens,  
pr ovi de a t ext ur e t o t he sur f ace of  t he pavement  as descr i bed her ei n.   
Af t er  cur i ng i s compl et e,  t hor oughl y br oom al l  t ext ur ed sur f aces t o r emove 
al l  debr i s.   Fi ni sh t he concr et e i n ar eas of  r ecesses f or  t i e- down 
anchor s,  l i ght i ng f i x t ur es,  and ot her  out l et s i n t he pavement  t o pr ovi de a 
sur f ace of  t he same t ext ur e as t he sur r oundi ng ar ea.
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3. 5. 2. 1   Bur l ap Dr ag Fi ni sh

[ Bef or e concr et e becomes non- pl ast i c,  f i ni sh t he sur f ace of  t he s l ab by 
dr aggi ng a st r i p of  c l ean,  wet  bur l ap on t he sur f ace.   Dr ag t he sur f ace so 
as t o pr oduce a f i ni shed sur f ace wi t h a f i ne gr anul ar  or  sandy t ext ur e 
wi t hout  l eavi ng di sf i gur i ng mar ks.   Keep t he bur l ap c l ean and sat ur at ed 
dur i ng use.

] 3. 5. 2. 2   Br oomi ng

[ Fi ni sh t he sur f ace of  t he s l ab by br oomi ng t he sur f ace wi t h a new wi r e 
br oom at  l east  450 mm 18 i nches wi de.   Gent l y pul l  t he br oom over  t he 
sur f ace of  t he pavement  f r om edge t o edge j ust  bef or e t he concr et e becomes 
non- pl ast i c.   Sl i ght l y over l ap adj acent  st r okes of  t he br oom.   Br oom 
per pendi cul ar  t o cent er l i ne of  pavement  so t hat  cor r ugat i ons pr oduced wi l l  
be uni f or m i n char act er  and wi dt h,  and not  mor e t han 2 mm 1/ 16 i nch i n 
dept h.   Mai nt ai n br oomed sur f ace f r ee f r om por ous spot s,  i r r egul ar i t i es,  
depr essi ons,  and smal l  pocket s or  r ough spot s such as may be caused by 
acci dent al l y di st ur bi ng par t i c l es of  coar se aggr egat e embedded near  t he 
sur f ace.

] 3. 5. 2. 3   Wi r e- Comb Text ur i ng

[ Appl y sur f ace t ext ur e t r ansver se t o t he pavement  cent er  l i ne usi ng a 
mechani cal  wi r e comb dr ag capabl e of  t r aver si ng t he f ul l  wi dt h of  t he 
pavement  i n a s i ngl e pass at  a uni f or m speed and wi t h a uni f or m pr essur e.   
Over l ap successi ve passes of  t he comb t he mi ni mum necessar y t o obt ai n a 
cont i nuous and uni f or ml y t ext ur ed sur f ace,  wi t h scor es 2 t o 5 mm 1/ 16 t o 
3/ 16 i nch deep,  1. 5 t o 3 mm 1/ 16 t o 1/ 8 i nch wi de,  and spaced 10 mm 3/ 8 
i nch apar t .

] 3. 5. 2. 4   Sur f ace Gr oovi ng

[ Gr oove t he ar eas i ndi cat ed on t he dr awi ngs wi t h a spr i ng t i ne dr ag 
pr oduci ng i ndi v i dual  gr ooves 6 mm 1/ 4 i nch deep and 6 mm 1/ 4 i nch wi de at  
a spaci ng bet ween gr oove cent er l i nes of  50 mm 2 i nches.   Cut  t hese gr ooves 
per pendi cul ar  t o t he cent er l i ne.   Bef or e gr oovi ng begi ns,  al l ow t he 
concr et e t o st i f f en suf f i c i ent l y t o pr event  di s l odgi ng of  aggr egat e.   Do 
not  cut  gr ooves wi t hi n 150 mm 6 i nches of  a t r ansver se j oi nt  or  cr ack.

] 3. 5. 3   Edgi ng

At  t he t i me t he concr et e has at t ai ned a degr ee of  har dness sui t abl e f or  
edgi ng,  car ef ul l y f i ni sh s l ab edges,  i ncl udi ng edges at  f or med j oi nt s,  
wi t h an edge havi ng a maxi mum r adi us of  3 mm 1/ 8 i nch. [   When br oomi ng i s 
speci f i ed f or  t he f i nal  sur f ace f i ni sh,  edge t r ansver se j oi nt s bef or e 
st ar t i ng br oomi ng,  t hen oper at e br oom t o obl i t er at e as much as possi bl e 
t he mar k l ef t  by t he edgi ng t ool  wi t hout  di st ur bi ng t he r ounded cor ner  
l ef t  by t he edger . ]   Cl ean by r emovi ng l oose f r agment s and soupy mor t ar  
f r om cor ner s or  edges of  s l abs whi ch have cr umbl ed and ar eas whi ch l ack 
suf f i c i ent  mor t ar  f or  pr oper  f i ni shi ng.   Ref i l l  voi ds sol i dl y wi t h a 
mi xt ur e of  sui t abl e pr opor t i ons and consi st ency and r ef i ni sh.   Remove 
unnecessar y t ool  mar ks and edges.   Smoot h r emai ni ng edges t r ue t o l i ne.

3. 6   CURI NG AND PROTECTI ON

Pr ot ect  concr et e adequat el y f r om i nj ur i ous act i on by sun,  r ai n,  f l owi ng 
wat er ,  [ f r ost , ]  mechani cal  i nj ur y,  t i r e mar ks and oi l  st ai ns,  and do not  
al l ow i t  t o dr y out  f r om t he t i me i t  i s  pl aced unt i l  t he expi r at i on of  t he 
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mi ni mum cur i ng per i ods speci f i ed her ei n.   Do not  use membr ane- f or mi ng 
compound on sur f aces wher e i t s appear ance woul d be obj ect i onabl e,  on 
sur f aces t o be pai nt ed,  wher e cover i ngs ar e t o be bonded t o concr et e,  or  
on concr et e t o whi ch ot her  concr et e i s t o be bonded.

3. 6. 1   Moi st  Cur i ng

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   For  OCONUS pr oj ect s usi ng Si l i ca Fume,  
speci f y a mi ni mum 24- hour  moi st  cur e bef or e appl y i ng 
membr ane cur i ng compound.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Mai nt ai n concr et e t o be moi st - cur ed cont i nuousl y wet  f or  t he ent i r e cur i ng 
per i od,  or  unt i l  cur i ng compound i s appl i ed,  commenci ng i mmedi at el y af t er  
f i ni shi ng.   I f  f or ms ar e r emoved bef or e t he end of  t he cur i ng per i od,  
pr ovi de cur i ng on unf or med sur f aces,  usi ng sui t abl e mat er i al s.   Cur e 
sur f aces by pondi ng,  by cont i nuous spr i nkl i ng,  by cont i nuousl y sat ur at ed 
bur l ap or  cot t on mat s,  or  by cont i nuousl y sat ur at ed pl ast i c coat ed 
bur l ap.   Pr ovi de bur l ap and mat s t hat  ar e c l ean and f r ee f r om any 
cont ami nat i on and compl et el y sat ur at ed bef or e bei ng pl aced on t he 
concr et e.   Lap sheet s t o pr ovi de f ul l  cover age.   Pr ovi de an appr oved wor k 
syst em t o ensur e t hat  moi st  cur i ng i s cont i nuous 24 hour s per  day and t hat  
t he ent i r e sur f ace i s wet .

3. 6. 2   Whi t e- Bur l ap- Pol yet hyl ene Sheet

Wet  ent i r e exposed sur f ace t hor oughl y wi t h a f i ne spr ay of  wat er ,  sat ur at e 
bur l ap but  do not  have excessi ve wat er  dr i ppi ng of f  t he bur l ap and t hen 
cover  concr et e wi t h Whi t e- Bur l ap- Pol yet hyl ene Sheet ,  bur l ap s i de down.   
Lay sheet s di r ect l y on concr et e sur f ace and over l ap 300 mm 12 i nches.   
Make sheet i ng not  l ess t han 450 mm 18 i nches wi der  t han concr et e sur f ace 
t o be cur ed,  and wei ght  down on t he edges and over  t he t r ansver se l aps t o 
f or m cl osed j oi nt s.   Repai r  or  r epl ace sheet s when damaged dur i ng cur i ng.   
Check dai l y t o assur e bur l ap has not  l ost  al l  moi st ur e.   I f  moi st ur e 
evapor at es,  r esat ur at e bur l ap and r e- pl ace on pavement  ( l i mi t  
r e- sat ur at i on and r e- pl aci ng t o l ess t han 10 mi nut es per  sheet ) .   Leave 
sheet i ng on concr et e sur f ace t o be cur ed f or  at  l east  7 days.

3. 6. 3   Li qui d Membr ane- For mi ng Compound Cur i ng

Appl y compound i mmedi at el y af t er  sur f ace l oses i t s wat er  sheen and has a 
dul l  appear ance and bef or e j oi nt s ar e sawed.   Agi t at e cur i ng compound 
t hor oughl y by mechani cal  means dur i ng use and appl y uni f or ml y i n a 
t wo- coat  cont i nuous oper at i on by sui t abl e power - spr ayi ng equi pment .   Appl y 
a t ot al  cover age f or  t he t wo coat s at  l east  4 l i t er s one gal l on of  
undi l ut ed compound per  20 squar e met er s 200 squar e f eet  t o pr oduce a 
uni f or m,  cont i nuous,  coher ent  f i l m t hat  wi l l  not  check,  cr ack,  or  peel  and 
f r ee f r om pi nhol es or  ot her  i mper f ect i ons.   The appl i cat i on of  cur i ng 
compound by hand- oper at ed,  mechani cal  power ed pr essur e spr ayer s i s 
per mi t t ed onl y on odd wi dt hs or  shapes of  s l abs and on concr et e sur f aces 
exposed by t he r emoval  of  f or ms.   When t he appl i cat i on i s made by 
hand- oper at ed spr ayer s,  appl y a second coat  i n a di r ect i on appr oxi mat el y 
at  r i ght  angl es t o t he di r ect i on of  t he f i r st  coat .   Appl y an addi t i onal  
coat  of  compound i mmedi at el y t o ar eas wher e f i l m i s def ect i ve.   Respr ay 
concr et e sur f aces t hat  ar e subj ect  t o heavy r ai nf al l  wi t hi n 3 hour s af t er  
cur i ng compound has been appl i ed i n t he same manner .
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3. 6. 4   Pr ot ect i on of  Tr eat ed Sur f aces

Af t er  t he i ni t i al  saw cut  i s compl et e and t he sl ur r y has been r emoved,  
r espr ay t he ar ea wi t h cur i ng compound or  r est or e t he whi t e bur l ap 
pol yet hyl ene sheet  t o mai nt ai n a cont i nuous cur i ng envi r onment  i n t he ar ea 
of  t he sawn j oi nt s.   Keep concr et e sur f aces t o whi ch l i qui d 
membr ane- f or mi ng compounds have been appl i ed f r ee f r om vehi cul ar  t r af f i c  
and ot her  sour ces of  abr asi on f or  not  l ess t han 72 hour s.   Foot  t r af f i c  i s  
al l owed af t er  24 hour s f or  i nspect i on pur poses.   Mai nt ai n cont i nui t y of  
coat i ng f or  ent i r e cur i ng per i od and r epai r  damage t o coat i ng i mmedi at el y.

3. 7   FI ELD QUALI TY CONTROL

3. 7. 1   Sampl i ng

Col l ect  sampl es of  f r esh concr et e i n accor dance wi t h ASTM C172/ C172M 
dur i ng each wor ki ng day as r equi r ed t o per f or m t est s speci f i ed her ei n.  
Make t est  speci mens i n accor dance wi t h ASTM C31/ C31M.

3. 7. 2   Consi st ency Test s

Per f or m concr et e s l ump t est s i n accor dance wi t h ASTM C143/ C143M.   Take 
sampl es f or  s l ump det er mi nat i on f r om concr et e dur i ng pl acement .   Per f or m 
t est s at  t he begi nni ng of  a concr et e pl acement  oper at i on and f or  each 
bat ch ( mi ni mum)  or  ever y 16 cubi c met er s 20 cubi c yar ds ( maxi mum)  of  
concr et e t o ensur e t hat  speci f i cat i on r equi r ement s ar e met .  I n addi t i on,  
per f or m t est s each t i me t est  beams ar e made.

3. 7. 3   Fl exur al  St r engt h Test s

Test  f or  f l exur al  st r engt h i n accor dance wi t h ASTM C78/ C78M.   Fabr i cat e 
and cur e f our  t est  speci mens i n accor dance wi t h ASTM C31/ C31M f or  each set  
of  t est s.   Test  t wo speci mens at  7 days,  and t he ot her  t wo at  28 days.   
Concr et e st r engt h wi l l  be consi der ed sat i sf act or y when t he mi ni mum of  t he 
28- day t est  r esul t s equal s or  exceeds t he speci f i ed 28- day f l exur al  
st r engt h,  and no i ndi v i dual  st r engt h t est  i s  l ess t han t he t ol er ance 
i ndi cat ed on Tabl e 1.   I f  t he r at i o of  t he 7- day st r engt h t est  t o t he 
speci f i ed 28- day st r engt h i s l ess t han 65 per cent ,  make necessar y 
adj ust ment s f or  conf or mance.   Fabr i cat e,  cur e and t est  a mi ni mum of  one 
set  of  f our  beams f or  each shi f t  of  concr et e pl acement .   Remove concr et e 
whi ch i s det er mi ned t o be def ect i ve,  based on t he st r engt h accept ance 
cr i t er i a t her ei n,  and r epl ace wi t h accept abl e concr et e.

3. 7. 4   Ai r  Cont ent  Test s

Test  ai r - ent r ai ned concr et e f or  ai r  cont ent  at  t he same f r equency as 
speci f i ed f or  s l ump t est s.   Det er mi ne per cent age of  ai r  i n accor dance wi t h 
ASTM C231/ C231M on sampl es t aken dur i ng pl acement  of  concr et e i n f or ms.

3. 7. 5   Sur f ace Test i ng

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Edi t  t hese par agr aphs as appr opr i at e t o t he 
pr oj ect .   I f  i t  i s  desi r ed t o r est r i ct  sur f ace 
smoot hness t est i ng and eval uat i on t o ei t her  
st r ai ght edge met hod or  pr of i l ogr aph met hod,  r et ai n 
t he one and del et e t he ot her ;  ot her wi se,  r et ai n bot h 
as an opt i on.   When t he pr of i l ogr aph met hod i s 
al l owed,  and t her e ar e ar eas wi t h di mensi ons l ess 
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t han 60 m 200 f eet  i n any di r ect i on,  r et ai n t he 
st r ai ght edge met hod f or  t hese shor t  r uns.   
Typi cal l y,  a pr of i l ogr aph i s used t o measur e 
l ongi t udi nal  smoot hness and a st r ai ght edge i s used 
f or  t r ansver se smoot hness.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

Use t he pr of i l ogr aph met hod f or  al l  l ongi t udi nal  t est i ng,  except  f or  
pavi ng l anes l ess t han 60 m 200 f eet  i n l engt h.   Use t he st r ai ght edge 
met hod f or  t r ansver se t est i ng,  f or  l ongi t udi nal  t est i ng wher e t he l engt h 
of  each pavement  l ane i s l ess t han 60 m 200 f eet ,  and at  t he ends of  t he 
pavi ng l i mi t s f or  t he pr oj ect .   Smoot hness r equi r ement s do not  appl y over  
cr owns,  dr ai nage st r uct ur es,  or  s i mi l ar  penet r at i ons.   Mai nt ai n det ai l ed 
not es of  t he t est i ng r esul t s and submi t  a copy t o t he Gover nment  af t er  
each day' s t est i ng.

3. 7. 5. 1   St r ai ght edge Test i ng Met hod

Test  t he sur f ace of  t he pavement  wi t h t he st r ai ght edge t o i dent i f y al l  
sur f ace i r r egul ar i t i es exceedi ng t he t ol er ances speci f i ed i n Tabl e 1.   
Test  t he ent i r e ar ea of  t he pavement  i n bot h a l ongi t udi nal  and a 
t r ansver se di r ect i on on par al l el  l i nes appr oxi mat el y 4. 5 m 15 f eet  apar t .   
Hol d t he st r ai ght edge i n cont act  wi t h t he sur f ace and move ahead one- hal f  
t he l engt h of  t he st r ai ght edge f or  each successi ve measur ement .   Det er mi ne 
t he amount  of  sur f ace i r r egul ar i t y by pl aci ng t he st r ai ght edge on t he 
pavement  sur f ace and al l owi ng i t  t o r est  upon t he t wo hi ghest  spot s 
cover ed by i t s l engt h and measur i ng t he maxi mum gap bet ween t he 
st r ai ght edge and t he pavement  sur f ace,  i n t he ar ea bet ween t hese t wo hi gh 
poi nt s.

3. 7. 5. 2   Pr of i l ogr aph Test i ng Met hod

Per f or m pr of i l ogr aph t est i ng usi ng appr oved Cal i f or ni a pr of i l ogr aph and 
pr ocedur es descr i bed i n ASTM E1274.   Ut i l i ze el ect r oni c r ecor di ng and 
aut omat i c comput er i zed r educt i on of  dat a equi pment  t o i ndi cat e 
" must - gr i nd"  bumps and t he Pr of i l e I ndex f or  each 0. 1 km 0. 1 mi l e segment  
of  t he day' s pavi ng.   Accommodat e gr ade br eaks on par ki ng l ot s by br eaki ng 
t he pr of i l e segment  i nt o shor t  sect i ons and r eposi t i oni ng t he bl anki ng 
band on each sect i on.   Pr ovi de t he " bl anki ng band"  of  5 mm 0. 2 i nch wi de 
and t he " bump t empl at e"  span 25 mm 1 i nch wi t h an of f set  of  10 mm 0. 4 i nch.   
Count  t he pr of i l ogr aph t est i ng of  t he l ast  9. 1 m 30 f eet  of  a pavi ng l ane 
i n t he l ongi t udi nal  di r ect i on f r om each day' s pavi ng oper at i on on t he 
f ol l owi ng day' s cont i nuat i on l ane.   Comput e t he pr of i l e i ndex f or  each 
pass of  t he pr of i l ogr aph ( 3 per  l ane)  i n each 0. 1 km 0. 1 mi l e segment .   
The pr of i l e i ndex f or  each segment  i s t he aver age of  t he pr of i l e i ndi ces 
f or  each pass i n each segment .   Scal e and pr opor t i on pr of i l ogr aphs of  
unequal  l engt hs t o an equi val ent  0. 1 km 0. 1 mi l e as out l i ned i n t he 
ASTM E1274.   Submi t  a copy of  t he r educed t apes t o t he Gover nment  at  t he 
end of  each day' s t est i ng.

3. 7. 5. 3   " Bumps"  ( Must  Gr i nd Ar eas)

Reduce any bumps ( " must  gr i nd"  ar eas)  shown on t he pr of i l ogr aph t r ace 
whi ch exceed 10 mm 0. 4 i nch i n hei ght  by di amond gr i ndi ng i n accor dance 
wi t h subpar agr aph Di amond Gr i ndi ng unt i l  t hey do not  exceed 7. 5 mm 0. 3 i nch
 when r et est ed.   Taper  such di amond gr i ndi ng i n al l  di r ect i ons t o pr ovi de 
smoot h t r ansi t i ons t o ar eas not  r equi r i ng di amond gr i ndi ng.

SECTI ON 32 13 13. 06  Page 34



3. 7. 5. 4   Di amond Gr i ndi ng

Those per f or mi ng di amond gr i ndi ng ar e r equi r ed t o have a mi ni mum of  t hr ee 
year s exper i ence i n di amond gr i ndi ng of  r i gi d concr et e pavement s.   I n 
ar eas not  meet i ng t he speci f i ed l i mi t s f or  sur f ace smoot hness and pl an 
gr ade,  r educe hi gh ar eas t o at t ai n t he r equi r ed smoot hness and gr ade,  
except  as dept h i s l i mi t ed bel ow.   Reduce hi gh ar eas by di amond gr i ndi ng 
t he har dened concr et e wi t h an appr oved equi pment  af t er  t he concr et e i s at  
a mi ni mum age of  14 days.   Per f or m di amond gr i ndi ng by sawi ng wi t h an 
i ndust r i al  di amond abr asi ve whi ch i s i mpr egnat ed i n t he saw bl ades.   
Assembl e t he saw bl ades i n a cut t i ng head mount ed on a machi ne desi gned 
speci f i cal l y f or  di amond gr i ndi ng t hat  pr oduces t he r equi r ed t ext ur e and 
smoot hness l evel  wi t hout  damage t o t he concr et e pavement  or  j oi nt  f aces.   
Pr ovi de di amond gr i ndi ng equi pment  wi t h saw bl ades t hat  ar e 3 mm 1/ 8- i nch 
wi de,  a mi ni mum of  60 bl ades per  300 mm 12 i nches of  cut t i ng head wi dt h,  
and capabl e of  cut t i ng a pat h a mi ni mum of  0. 9 m 3 f t  wi de.   Di amond 
gr i ndi ng equi pment  t hat  causes r avel s,  aggr egat e f r act ur es,  spal l s or  
di st ur bance t o t he j oi nt s i s not   per mi t t ed.   The maxi mum ar ea cor r ect ed 
by di amond gr i ndi ng t he sur f ace of  t he har dened concr et e i s 10 per cent  of  
t he t ot al  ar ea of  a day' s pr oduct i on.   The maxi mum dept h of  di amond 
gr i ndi ng i s 6 mm 1/ 4 i nch.   Pr ovi de di amond gr i ndi ng machi ne equi pped t o 
f l ush and vacuum t he pavement  sur f ace.   Di spose of  al l  debr i s f r om di amond 
gr i ndi ng oper at i ons of f  Gover nment  pr oper t y.   Pr i or  t o di amond gr i ndi ng,  
submi t  a Di amond Gr i ndi ng Pl an f or  r evi ew and appr oval .   At  a mi ni mum,  
i ncl ude t he dai l y r epor t s f or  t he def i c i ent  ar eas,  t he l ocat i on and ext ent  
of  def i c i enci es,  cor r ect i ve act i ons,  and equi pment .   Remove and r epl ace 
al l  pavement  ar eas r equi r i ng pl an gr ade or  sur f ace smoot hness cor r ect i ons 
i n excess of  t he l i mi t s speci f i ed i n Tabl e 1. [   Ret ext ur e pavement  ar eas 
gi ven a wi r e comb or  t i ned t ext ur e,  ar eas exceedi ng 2 squar e met er s 25 
squar e f eet  t hat  have been cor r ect ed by di amond gr i ndi ng by t r ansver se 
gr oovi ng usi ng an appr oved gr oovi ng machi ne of  st andar d manuf act ur e.   
Pr ovi de  gr ooves t hat  ar e 6 mm 1/ 4 i nch deep by 6 mm 1/ 4 i nch wi de on 37 mm
 1- 1/ 2 i nch cent er s and car r i ed i nt o,  and t aper ed t o zer o dept h wi t hi n t he 
non- cor r ect ed sur f ace,  or  mat ch any exi st i ng gr ooves i n t he adj acent  
pavement . ]   Al l  ar eas i n whi ch di amond gr i ndi ng has been per f or med ar e 
subj ect  t o t he t hi ckness t ol er ances speci f i ed i n Tabl e 1.

3. 7. 6   Pl an Gr ade Test i ng and Conf or mance

Wi t hi n 5 days af t er  each day' s pavi ng,  t est  t he f i ni shed sur f ace of  t he 
pavement  ar ea by r unni ng l i nes of  l evel s at  i nt er val s cor r espondi ng wi t h 
ever y l ongi t udi nal  and t r ansver se j oi nt  t o det er mi ne t he el evat i on at  each 
j oi nt  i nt er sect i on.   Recor d t he r esul t s of  t hi s sur vey and submi t  a copy 
t o t he Gover nment  at  t he compl et i on of  t he sur vey.

3. 7. 7   Edge Sl ump

Test  t he pavement  sur f ace t o det er mi ne edge sl ump i mmedi at el y af t er  t he 
concr et e has har dened suf f i c i ent l y t o per mi t  wal k i ng t her eon.   Per f or m 
t est i ng wi t h a mi ni mum 4 m 12 f oot  st r ai ght edge t o r eveal  i r r egul ar i t i es 
exceedi ng t he edge sl ump t ol er ance speci f i ed i n Tabl e 1.   Det er mi ne t he 
ver t i cal  edge sl ump at  each f r ee edge of  each sl i pf or med pavi ng l ane 
const r uct ed.   Pl ace t he st r ai ght edge t r ansver se t o t he di r ect i on of  pavi ng 
and t he end of  t he st r ai ght edge l ocat ed at  t he edge of  t he pavi ng l ane.   
Recor d measur ement s at  1. 5 t o 3. 0 m 5 t o 10 f oot  spaci ngs,  as di r ect ed,  
commenci ng at  t he header  wher e pavi ng was st ar t ed.   I ni t i al l y  r ecor d 
measur ement s at  1. 5 m 5 f oot  i nt er val s i n each l ane.   When no def i c i enci es 
ar e pr esent  af t er  5 measur ement s,  t he i nt er val  may be i ncr eased.   The 
maxi mum i nt er val  i s  3. 0 m 10 f eet .   When any def i c i enci es exi st ,  r et ur n 
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t he i nt er val  t o 1. 5 m 5 f eet .   I n addi t i on t o t he t r ansver se edge sl ump 
det er mi nat i on above,  at  t he same t i me,  r ecor d t he l ongi t udi nal  sur f ace 
smoot hness of  t he j oi nt  on a cont i nuous l i ne 25 mm 1 i nch back f r om t he 
j oi nt  l i ne usi ng t he mi ni mum 4 m 12 f oot  st r ai ght edge advanced one- hal f  
i t s  l engt h f or  each r eadi ng.   Per f or m ot her  t est s of  t he exposed j oi nt  
f ace t o ensur e t hat  a uni f or m,  t r ue ver t i cal  j oi nt  f ace i s at t ai ned.   
Pr oper l y r ef er ence al l  r ecor ded measur ement s i n accor dance wi t h pavi ng 
l ane i dent i f i cat i on and st at i oni ng,  and submi t  a r epor t  wi t hi n 24 hour s 
af t er  measur ement  i s made.   I dent i f y ar eas r equi r i ng r epl acement  wi t hi n 
t he r epor t .

3. 7. 8   Test  f or  Pavement  Thi ckness

Take f ul l  dept h cor es of  102 mi l l i met er  4 i nch di amet er  of  concr et e 
pavement  ever y [ _____]  squar e met er s squar e f eet  i n accor dance wi t h 
ASTM C42/ C42M.   Measur e t hi ckness i n accor dance wi t h ASTM C1542/ C1542M.   
Recor d and submi t  t est i ng,  i nspect i on,  and eval uat i on of  each cor e f or  
sur f ace past e,  uni f or mi t y of  aggr egat e di st r i but i on,  segr egat i on,  voi ds,  
cr acks,  and dept h of  r ei nf or cement  or  dowel  ( i f  pr esent ) .   Moi st en t he 
cor e wi t h wat er  t o v i s i bl y expose t he aggr egat e and t ake a mi ni mum of  
t hr ee phot ogr aphs of  t he s i des of  t he cor e,  r ot at i ng t he cor e 
appr oxi mat el y 120 degr ees bet ween phot ogr aphs.   I ncl ude a r ul er  f or  scal e 
i n t he phot ogr aphs.   Submi t  pl an v i ew of  l ocat i on f or  each cor e.

3. 7. 9   Rei nf or cement

I nspect  r ei nf or cement  pr i or  t o i nst al l at i on t o ver i f y i t  i s  f r ee of  l oose 
f l aky r ust ,  l oose scal e,  oi l ,  mud,  or  ot her  obj ect i onabl e mat er i al .

3. 7. 10   Dowel s

I nspect  dowel  pl acement  pr i or  t o pl aci ng concr et e t o ver i f y t hat  dowel s 
ar e of  t he s i ze i ndi cat ed,  and ar e spaced,  al i gned and pai nt ed and oi l ed 
as speci f i ed.   Do not  per mi t  dowel s t o exceed t he t ol er ances shown i n  
par agr aph:  DOWEL BARS.

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *
NOTE:   Suggest i ons f or  i mpr ovement  of  t hi s 
speci f i cat i on wi l l  be wel comed usi ng t he Navy 
" Change Request  For ms"  subdi r ect or y l ocat ed i n 
SPECSI NTACT i n Jobs or  Mast er s under  
" For ms/ Document s"  di r ect or y or  DD For m 1426.   
Suggest i ons shoul d be f or war ded t o:

Commander
Naval  Faci l i t i es Engi neer i ng Syst ems Command
Engi neer i ng Cr i t er i a Of f i ce,  Code CI 1
6506 Hampt on Bl vd.
Nor f ol k,  VA 23508- 1278

* * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * * *

        - -  End of  Sect i on - -
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